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PREFACE

The division of Building Materials at the Lund Institute of Technology has
done research and investigations on moisture problems ever since the division
started in 1964 under the management of Prof. S.G. Bergström. Theoretical and
experimental research were combined with investigations of damages and infor
mation to the building trade. This work gave rise to a high standard of know
ledge by the staff of the division and it was quite natural to continue this

work in 1972 when I joined the division as one of the successors to Dr. L.
Ahlgren, who had built up the activity in the domain of moisture in building

materials and written his thesis on moisture fixation.

The present work was initiated in 1973 by Dr. G. Fagerlund, at that time head
of the division, as a research project with the title IIApplied moisture problems

in connection with material combinations and surface layers ll with financial sup
port from the Swedish Council for Building research. The project was soon con
centrated on solving the moisture problems arising when tight coverings are app

lied on concrete floors. This was done by developing calculation methods for
drying of materials with an excess of moisture, mainly concrete. Existing methods
suffered from a lack of required material properties and thi.s is where the main
effort has been put in this work. The expected results were considered as having
a great significance for use in practice since a great number of damages occur
every year due to unsatisfactory drying-out of excess moisture. Also for other
research projects, dealing with material properties influenced by the moisture
content, the project was considered as having a significance.

Other connected problems have been dealt with. Damages due to additional moisture,
especially soil moisture, were common and this problem was also dealt with to some
extent. Later methods for the drying-out of excess moisture were studied and the
possibilities of energy saving by using dehumidifiers were pointed out. New methods
of moisture measurements have also been developed. The equipment is now available
and the hygrometric methods developed are suggested for use in practice to replace
the present methods. Some of this later work is also included in the thesis.



-ii-

ACKNOWLEDGEMENTS

I would like to express my gratitude to all those who assisted in this work
in various ways.

First of all I would like to thank Prof. Arne Hillerborg, "head of the division
since 1974, for his ever growing interest in mai sture research. His advice, en
couragement and constructive criticism has been of invaluable help to me. I also
thank Prof. Sven G. Bergström and Dr. Göran Fagerlund for their way of introdu
cing me to the subject and for still having an interest öf and supporting the
work done.

Most of the experimental work has been carried out by Bo Johansson in a most
efficient way. I am deeply indebted to him for his accurate way of making use
of his knowledge about eonerete. I also express my sincerest thanks to Leif
Erlandsson and Sture Sahlen, not only for thei1r participation in the development
of new equipment for mai sture measurements, but also for solving most experimen
tal problems and always having an idea of how to continue.

I amparttcularly grateful to Mrs Mona Hammar for the long devoted hours of transla
ting my handwriting into a typed script in a veryaccurate way and to Mrs Britt
Andersson, who made all the figures look like small pieces of art, using her per
sonal handwriting on my request.

To allothers who have participated in the work and supported me I would like to
express my sincerest thanks.

Lund, March 1980

Lars-Olof Nilsson



-111-

CONTENTS

PREFACE

CONTENTS

SUMMARY

LIST OF SYMBOLS

INTRODUCTION TO MOISTURE IN CONCRETE

2 COMPOSITION, STRUCTURE & POROSITY - A REVIEW

3 HYDRATION, SELF-DESICCATION & INITIAL CONDITIONS

3.1 Introduction
3.2 Definitions
3.3 Experiments and results

3.3.1 Contraction measurements
3.3.2 Thermal methods

3.4 Analysis and evaluation
3.4.1 Contraction measurements
3.4.2 Thermal methods

3.5 Summary

4 MOlSTURE FIXATION, EQUILIBRIUM CONDITIONS

4.1 Introduction
4.2 Sorption isotherms for concrete

4.2.1 Literature survey
4.2.2 Experiments and results
4.2.3 Analysis and discussion

4.3 Excess moisture
4.4 Summary

5 MOlSTURE FLOW

5.1 Introduction
5.1.1 Mechanisms & descriptions
5.1.2 Literature survey

5.2 Experiments and results
5.2.1 Flow measurements
5.2.2 Drying experiments on cement mortars
5.2.3 Drying experiments on cement pastes

5.3 Analysis and evaluation
5.3.1 Flow measurements; moisture dependence
5.3.2 Drying experiments; composition &age

5.4 Summary

i

i i i

v

vii

4

9

9

13
14
14
15
16

16
18

23

24

24
26

27
29
32
36

37

38

38

38
40

44
44
46
52
54
54
57

66



-iv-

6 BOUNDARY CONDITIONS, SURFACE LAYERS

6.1 Introduction
6.2 Untreated concrete surface
6.3 Surface layers
6.4 Summary

7 CRITICAL MOISTURE CONDITIONS - A REVIEW

7.1 Introduction
7.2 The participation of moisture in principle
7.3 Examples of critical moisture conditions
7.4 Summary

8 COMPUTERIZED CALCULATION MODEL

8.1 Introduction
8.2 Method of solution
8.3 Description of material properties
8.4 Comparison with linear solutions
8.5 Summary

9 DRYING OF CONCRETE

9.1 Introduction
9.2 Qualitative description
9.3 Experiments - comparison with model

9.3.1 Moisture distribution
9.3.2 Moisture loads at surface layers

9.4 Calculations with the model
9.4.1 Effect of slab thickness
9.4.2 Effect of drying climate
9.4.3 Effect of a combined heat insulation

9.5 Summary

10 MOlSTURE MEASUREMENT USING THE HYGROMETRIC METHOD

10.1 Introduction
10.2 Equipment and calibration
10.3 Principal method of measurement
10.4 Precision - compared with moisture content measurements
10.5 Further applications
10.6 Summary

REFERENCES

TABLES I-XXV

APPENDIX I-IV

67

67

67

70
71

72

72

74
75
78

79

79

79

82
84

86

87

87

87

90

93
97

100
101
103
105
108

11 O

11 O

11 O

112
114
116
117

119

127

145



-v-

SUMMARY

The work presented in this thesis has been concentrated on developing a method
of calculating the drying of moisture in hydrating concrete. A great number of
theories have been available but could not be used because the necessary mate
rial properties regarding moisture were missing. The most essential material pro
perties for several concrete compositions have therefore been determined by means
of literary studies and extensive laboratory investigations.

From contraction measurements the progress and rate of hydration was found to
be approximately described by simple mathematical expressions. By thermal methods
the progress of hydration of different cements was determined and evaluated by
means of equations expressing the actual amount of non-evaporable water. It is
indicated that some 10% of this wate~ is liberated when heating to ~b~v~ 600 °c
and that it is not carbon-dioxide that causes this weight loss. The effect of
composition and curing conditions was estimated by results from literature.

On the basis of literary information, in some cases contradictory, and some ex
perimental results the desorption and absorption isotherms for concrete are eva
luated with the effect of composition and age elucidated. Some examples of the
moisture capacity are evaluated and the temperature dependence of the sorption
isotherm is dealt with to alesser degree. The amount of excess moisture affec
ted by the composition is calculated in a few examples and the significance of a
high cement content regarding this matter is shown.

By means of flow measurements with a modified cup method the moisture flow coef
ficient as a function of pore humidity have been determined for three cement mor
tars with different water-cement ratios. In several drying experiments the effect
on the diffusivity of different factors in the composition of concrete is deter
mined. Besides the water~ementratio, the air content in particular has been
found to be most important. A simple composite model, corresponding well with ex
periments, indicates a plain volume effect of the air. The effect of the aggrega
te content and gradation has been studied to some extent and the main effect has
been found to originate from the different modulus of fineness. The effect of
age is of course very essential at lower ages and the effect on the diffusivity
is estimated.

In the case of an untreated concrete surface, the boundary conditions are found
to be expressed rather accurately by assuming the concrete surface to be in equi-

librium with the ambient air. The effect of some surface layers is also shown.
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Approximate critical moisture conditions for some phenomena in concrete and
materials sometimes combined with concrete are summarized on the basis of li
terary information.

A computerized calculation model using these material properties has been de

veloped for the description of ~y~r~s~oEi~ ~ois!u!e under is~t~e~m~l_c~n~i!i~n~.

It is possible with the model to calculate the drying of concrete with different
compositions and ages, as well as different concrete structures, taking the hyd
ration into consideration. The model has been compared with a number of full sca
le control experiments and a good correlation has been found. There are however
still some material properties lacking and if very good accuracy is requested so
me comparative measurement should be carried out in order to estimate the para
meters.

With the calculation model the effect of some essential factors on the drying of

concrete has been estimated. The usual quadratic rule for the influence of ~i~e

is shown to be inaccurate and the true effect is calculated and proved to be de

pendent on the curing time. The effect of the ~rli~g_cli~a!e is also calculated
and a diagram for rough estimations is given. The effect of a combined ~e~t_i~s~

la!i~n is calculated and the effect of e.g. mineral wood is found to be very
great; the reduction of the required drying time can easily reach 40%.

Finally hygrometric methods of moisture measurement, used in the experiments and
developed for use in practice, are presented. There are several advantages in
measuring the relative humidity in a concrete instead of the moisture content.

The RH expresses the ~ois!u!e_a~tivit~ in a far better way, and it is certainly
the activity and not the content, that is of interest in most cases. In addition

the relative humidity can be measured on ~m~ll~a~ple~, not necessarily represen
tative.for the eonerete, with an ~c~u!a~y shown to be much better than when mea
suring the moisture content.
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l INTRODUCTION TO MOISTURE IN CONCRETE

The moisture content in a porous material is very influential in many ways.
Most mechanical and physical properties are affected, f~r example creep and
thermal conductivity, and certain phenomena, such as swelling and shrinkage,
are directly induced by change in the moisture content. The durability of the
moist material itself or the surrounding materials is greatly affected by
moisture taking part in a deterioration in several ways.

This work is part of a research project aimed at solving the moisture problems
which arise when asurface layer sensitive to moisture is applied to a concrete
structure that has an excess of moisture. This moisture problem can be dealt
with in the same way as a structural design, cf. Figure 1.1.

Structural design

Loads
Structural mechanics ~ stress cr

Material properties
Criterium of failure, f
Safety factor, s

~1oisture design

Moisture sources }
Moisture mechanics => cP

Material properties
Critical moisture condition, <P cr
(Safety)

Fig. 1.1 Comparison between structural design and design to protect against
moisture damages.

The different parts of a structural design are well known. In norms the loads
that a structure should be designed to tolerate are given as well as the mecha
nical material properties and maximum stresses permitted. Furthermore the calcu
lation methods are'well established.

A design against moisture loads suffers from lack of knowledge in almost every
stage of the design. Only the calculation methods and the moisture mechanics are
developed but these are of little use as long as neither the required material
properties nor the critical moisture conditions are sufficiently known. The pre
sent work is an attempt to determine and estimate some of this information and
together with the moisture mechanics, make it possible to describe the moisture
phenomena in concrete in a quantitative manner.
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~ost of the work has been aimed at solving moisture problems of concrete

floors, principally shown in Figure 1.2, but the results and methods are app

licable to most cases concerning the effects of moisture in concrete.

Drying Wo
start

Weoo
O

Application of a
~ 5urJace loyer
~

~

~

..,,-----"""-,
'\
\, ~ Redistri bution

\ ~

~

~

Fig. 1.2 Moisture distribution in a drying wall or slab before and after

the application of asurface layer.

To describe moisture changes in a material, it is necessary to solve the so

called IIl aw of mass conservation ll which where concrete is concerned can be

written, if carbonation is omitted, in one dimension as

aWe aF aWn=---_.-
at ax at

( l : l )

This equation is precise and contains no essential assumptions. The last term

is rather simple. It describes the rate of hydration which depends on the type

of cement, cement content, temperature, humidity etc.

The moisture flow F is however more difficult to express accurately and this is

where assumptions and simplifications are needed as the mechanism of moisture

flow in a porous material is extremely complicated. In the case of concrete it

is, if p~ssible, even more complicated as concrete is a heterogenous material
with a highly variable composition. Furthermore the properties, at a given com

postiton, change with the degree of hydration.
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To solve the above .equation boundary conditions have to be expressed. In order
to do this the sorption isotherm is invaluable as it gives the equlibrium con
ditions towards which the material is striving. Tt is of course also a function
of composition and age.

The material properties needed for the description of moisture in concrete are
consequently:

o rate of hydration
o sorption isotherm
o moisture flow coefficients

expressed as functions of composition and age as well as of moisture and tempe
rature conditions.

Many solutions to the equation (1:1) have been published w·ith different degrees
of simplification of the.equation and the material properties e.g. excluding
hydration, assuming the sorption isotherm is a straight line or using constant
mai sture flow coefficients.

However the main purpose of this work is to determine and estimate the most im
portant constituents of the material properties and together with a computerized
model of equation (1:1) compare the solutions to laboratory and field measure
ments of the drying of concrete and concrete structures. The effect of diffe
rent variables can then be calculated and information intended for practical use
put forward.

Because of the method chosen for describing the moisture flow only isothermal
conditions are dealt with, 'but as the rapid heat transfer in concrete equalizes
temperature differences very rapidly compared to moisture equalization i this
limitation should not be too serious.

Another limitation is that generally only moisture changes within the hygrosco
pical range are dealt with, i.e. relative humidities below 98%.
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2 COMPOSITION, STRUCTURE & POROSITY - A REVIEW

Concrete can, where moisture is concerned, be looked upon as a mixture of

cement paste and an aggregate, as all the water isusually held in the cement
paste and none in the aggregate at least this is the case when a non-porous

aggregate is used. The air voids must however not be forgotten, even if their

moisture content is definitely negligible.

The fixation of water in concrete is mainly a question of the composition and

age of the cement paste only, but the migration of water is affected by the

properties of the cement paste as well as the amount and distribution of the
aggregate and air.

The cement paste is original ly a mixture of water and cement in proportions

wo/e, the water-cement ratio, which is a measure of the space between the ce
ment grains originally suspended in .the water. If the grains are assumed to be

spheres of equal size, cubic packed, the average distance between them is about

6% of the diameter for w /e = 0.4 and about 18% for w /C = 0.7, i.e. about threeo o
times greater for the higher water-cement ratio. This affects the properties of

fresh and hardened cement paste and concrete to a great extent, see later.

When the cement is mixed with water, the different cement clinker components
react to some of the water and the cement becomes hydrated. This water becomes
chemically bound. The degree of hydration, a, is the ratio between hydrated ce

ment and the original cement content. The maximum amount ofchemical1y bound

water is to the order of one quarter of the weight of the cement, according to

Powers &Brownyard (1948), i.e.:

wn .
~~. 0.25a (2:1)

When the cement is hydrated the reaction products are growing as crystals from

the cement grain creating the cement gel containing the gel pores, cf Fig. 2.1.

The amount of water in the gel pores, w l' at saturation is according to Powersge
&Brownyard (1948) shown as proportional to the non-evaporable water content
with a proportionate constant, which depends on the type of cem~nt and the method

of determining w . The weight of the capillary water, w p' occupying the space
n ca

outside the cement-gel was originally equal to the volume of wo' but diminishes
as the cement-gel grows even if the cementpaste is saturated.
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Parlly hydrated

Gel R..;;;.-ore_s_...._...1

Clase to complete
h~dration

Fig. 2. l Different phases of cement hydration in principle.

The total amount of evaporable water at saturation according to severa1 authors,

Powers &Brownyard (1948), Cope1and &Hayes (1956), Czermin (1964), is approxi
mately given by using the expression

w w w w
e) o n o

(~ ~ ~ - 0.75 ~ ~ ~ - 0.19a
max

(2:2)

This expression inc1udes the amount of water, w t' absorbed in the pore vo-con r
lume originating from the contraction of the system cement + water during the
hydration. This amount is given by Powers &Brownyard (1948) and is corrected
by Powers (1960) to approximate1y

wcontr
C

wn= 0.25 ~ ~ 0.06a (2:3)

If stored under water the cement paste will absorb this amount of water and if

stored in air a part of the pore vo1ume will be emptied by the weight of this wa

ter. This is known as selfdesiccation.

Dividing the evaporab1e water in cement paste into gel water respectively capil
lary water is not on1y a question of the above mentioned proportionate constant
and whether the II contraction water ll is a part of the gel water or the capillary
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water. The definitions of Powers & Brownyard (1948) and Powers (1960) use
the origin and not the size of the pores as a basis. This means that the
state of the pore water, and thereby its Il mo bi1 i tyll , is neg1ected. This is

however a difficu1t task, especia11y when taking hysteresis phenomena into
consideration, when water in a 1arge pore with the shape of an lIink-bott1e"
can be inmobi1e at low humidities.

In Figure 2.2 the approximate distribution of the pore water at saturation is

shown according to Powers (1960). The amount of water in the gel is then ex
pressed by

wgel _
-C- - 0.210. (2:4)

and contains the water absorbed by contraction.

'Waler con~en~

[% by \JeighJ. of original]
Wa~er con~ent

[% b~ veight of original]

100

Increose
of wo~e....
5~oro9a

Capillor8 \Na~er

0.6 O.B 1.0
0Iw ( 'vio / C=O. 6 )

O.lt0.20.4 0.5 0.0 0.7 0.8 0.9 10
wo/C (ot= O.S)

Capillary wa~er

Chemicoll~ bound waler

Fig. 2.2 Distribution of pore water in cement paste as a function of water

cement ratio at 50% degree of hydration and as a function of the

degree of hydration at wo/C = 0.6 respective1y.
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Consequently

w w
ccap

~ i - 0.40 a (2:5)

is an approximate expression for the amount of capillary water at saturation
and corresponds to the frequently used capillary porosity.

When the hydration continues the capillary pore volume decreases. This occurs

as a result of the growing cement-gel diminishing the size of the capil1ary po
res. In Fig. 2.3, from Whiting & K1i~e (1977), this can be seen c1ear1y.

Porosity of pores> d
(% of porosity of pores > 20 Å)

100

50

10 10 2 103 104 10 6

Pore diometer,d [Ä]

Fig. 2.3 Pore size distribution of cement paste, wo/C = 0.60, of different

ages, from Whiting &K1ine (1977).

The pores in the capi11ary pore system gradua11y become smaller and smaller
unti1 the connection between the capi11ary pores no longer exists. If and when
this happens is a function of the water-cement ratio and the degree of hydra
tion. Powers et al (1959) give the following approximate figures:
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w Time required to closeo
C continuous capillaries

0.4 3 days
0.5 7

0.6 14
0.7 6 months

>0.7 never

This naturally affects the moisture flow and water permeability to a great
extent.

Apart from gel pores and capillary pores, the majoritywiththesizeafd<50A and
50-2000 A respectively, concrete contains pares of a much larger size. Micro
cracks, mainly in the interfaces, originate from the difference in shrinkage
of the aggregate and cement paste but also from great shrinkage stresses at the
surfaces. Voids, ~.01-10 mm, originate from the natural air content entrapped
during mixing and waterfilled pockets under the coarse grains of the aggregate
due to bleeding. Entrained air bubbles, ~0.001-1 mm, are often consciously pro
duced by using admixtures to change the properties of fresh and hardened con
crete.

These large pores do not generally contain water and are difficult to, even de
liberately, fill with water. Their effect on the moisture flow and water permea
bility can however be of crucial ;importance.
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3 HYDR"AT.ION, SELF -DESICCATION & INITIAL CONDITIONS

3.1 Introduction

The fixation of the chemically bound water to the cement, i.e. the cement
hydration, plays a significant role when dealing with moisture effects in
concrete. It is of great importance to know the rate of hydration in diffe
rent conditions because of the direct effect on the moisture content, accor
ding to eq. (1:1), and consequently on the moisture flowas well. The degree
of hydration is however also an essential quality when describing different
moisture properties of the material in question, e.g. sorption isotherm and
moisture diffusivity.

The hydration taking place for instance before the drying begins, reduces the
physical bound water and consequently the amount of water to be removed. The
initial conditions, i.e. the moisture content at the start of drying, are
given as follows:

w = w + ~w - weo o n (3 : 1)

where ~w is any additional water during curing. The lIinternal drying ll is
known as self-desiccation and is naturally continuous during external drying
as well. The decrease in evaporable water content according to eq. (3:1) is
usually assumed to be equally distributed in a cross-section, but as additio
nal water or air is suppl ied from the surface there should be a rise in""the
water or air content close to the surface. Studies regarding this matter have
not been found in the literature and consequently the effect is difficult to
quantify.

The progress of cement hydration is shown in principle in Fig. 3.1, according
to e.g. Kondo & Ueda (1968).

The induction period is the first contact between cement and water with a short
rapid reaction and a "dormant" period with a very low rate of hydration. During
the acceleratory period the rate of hydration increases to a maximum when the
decay period begins and the rate of hydration decreases. In practical applica
tions it is the later period that is of interest as it begins in a few hours or
days after mixing.

The progress and tate of hydration depend on the type and make of the cement
used and has to be known or determined. The hydration of the cement is however
affected by the concrete composition, mainly wo/C as is well-known, the tempe~

rature and moisture conditions in each point of the concrete.
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Fig. 3.1 Progress and rate of cement hydration in principle.
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Fig. 3.2 Effect of the water-cement ratio on the progress of hydration. From
contraction measurements by Czernin (1964), evaluated by eq. (2:3).
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In Fig. 3.2 the effect of the water-cement ratio is shown with data from the

contraction measurements by Czernin (1964).

The rate of hydration increases with an increase in w jC. For water-cement ra-
o

tios less than 0.4 the hydration stops at degrees of hydration less than 1 when

the capillary porosity is zero, cf. eq. (2:5), and there is no space left for

additional hydration products.

The effect of temperature can be estimated approximately by using the maturity

factor, Bergström (1953)
t

M= J(8 + 10) dt (days °C) (3:2)
o

where dt is the curing time at a curing temperature of 8 °C. At a constant tem

perature 8 the progress of hydration can be estimated from the hydration at
+20 °c by

where the equivalent curing time at +20 °c is given as follows

t eq t 8+10 - ~
20 8 30 - 30

(3: 3)

(3:4)

In Fig. 3.3 data from Danielsson (1966) are used together with t~~ as a para

meter.

lhe agreement is rather good for temperatures between -2 °c and +40 °c, at least

for equivalent ages of more than seven days. A more sophisticated and probably

a more accurate way to express the effect of temperature is given by Hansen &
Pedersen (1977).

The effect of the moisture conditions on the process of hydration is quantative

ly less known. Powers (1947) determined the progress of hydration of a dry ce

ment stored in climates of different relative humidity with the result shown in

Fig. 3.4.

This example shows that the hydration nearly stops at humidities below 80% re

lative humidity. The rate of hydration is very low for'humidities below 0.80

buta progress is measured for humidities as low as 0.40. Measurements of the

decrease in humidity under sealed conditions, i.e. self-desiccation, indicate

also a negligible rate of hydration at a humidity of about 0.80 cf. Copeland &

Bragg (1955) etc.
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Fig. 3.3 Progress of hydration at different temperatures with lI equ ivalent age
at +20 °C" as a parameter. Data from Danielsson (1966).
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Fig. 3.4 Effect of storing climate on the progress of hydration for ~ dry
cement, acc. to Powers (1947).
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3.2 Definitions

The chemically bound water is fixated to different cement components as hyd
rate water and hydroxide. When determining the amount of bound water, the
physically absorbed water has to be removed first of all. However no method
exists for separating physically and chemically bound water but this is done,
by definition, using a drying method. In this work drying in a ventilated aven
with laboratory air at +105 °c has always been used and the water removed, the
weight loss corrected for weight loss of cement and aggregate, is called the
evaporable water

(3:5)

The amount af water left after drying at 105 °c is called the non-evaporable

water, wn' and is treated as the amount of chemically bound water.

To determine the amount of non-evaporable water a sample is usually heated to
a certain temperature where all of the water is supposed to have been liberated
and the weight loss is measured. The temperature should be chosen so that all
the bound water and nothing else is removed. This is however difficult to
acquire if the sample contains carbon-dioxide as well. According to Englert,
Wittmann & Nusbaum (1971), cf. Fig. 3.5, the main part of the hydrate water is
liberated between 125°C and 400 °C. At about 550 °c calcium-hydroxide is decom
posed and between 700 °c and 800 °c carbon-dioxide is lost from the calcium
carbonate.

E
L
QJ
.c.....o
-o
c:
w

20 100 200 300 400 500 600
Temperoture [oc]

1 Pore \Nate r
2 Interlo~er vater
3 Ettringite vater

i}Hydrate ",ater in aluminotes

7 Magnesium hydroxide
8 Colcium hydroxide

Fig. 3.5 Example of DTA record of hydrated Portland cement paste, Englert

et al (1971).
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Different temperatures have been used for quantitative measurements, cf.
Danielsson (1966, 1974)and Pihlajavaara (1965), and the carbon-dioxide has
either been neglected or corrected. The question remains however how to deter
mine the true amount ot non-evaporable water. According to Fig. 3.5 and Eng
lert et al (1971) 600 °c seems to be a suitab1e temperature for separating wa
ter and carbon-dioxide. This is further discussed in 3.4."2.

3.3 Experiments and resu1ts

In practical app1ications water-cement ratios of about 0.6 are of interest. As
cement pastes of this high wo/C are difficult to prepare without extensive sepa
ration, mortars have to be used.

The progress of hydration has been measured in two ways. A few simple experiments
using eq. (2:3), i.e. the contraction of the system cement + water, have been car
ried out on mortars. The progress can be fol1owed here on one sample, which means
that tbe rate of hydration can be obtained in a better way than when using diffe
rent mortar samples at different time ages. Experiments using thermal methods
have been carried out in order to obtain a method for determining the IItrue" amount

of wn and to measure the progress of hydration for different cements used in dry
ing experiments and in practice.

3.3.1 Contraction measurements

For the contraction measurements the volumenometer consisted of a glass bottle
connected to a pipette with a rubber tube and another rubber tube from the bottle
made it possib1e to fil1 it up with water and remove the air-bubbles. The volume
nometers were p1aced in a heat insu1ated water bath where the temperature was mea
sured.

Two mortars with wo/C = 0.6 and 0.8 weremade using a standard Portland cement;
compositions see Table I. Direct1y after mixing severa1 test tubes were fil led
with mortar and the test tubes were p1aced in the glass bottle. The volumenometer
was filled with water and the first reading was made half an hour after mixing.
The resu1ts are presented in Table I as contraction and rate of contraction in
kg water/kg cement (PH20~1000 kg/m3). Corrections have been made for temperatu
re changes, 17.6 - 18.2 °C, and water 1eakage in joints and evaporation from the
pipette of 0.01 cm3/day.
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3.3.2 Thermal methods

The thermal method normally used was to measure the weight loss of samples
which had been heated to different temperatures; 105 °c for the evaporable wa
ter content and 600, 800, 1000 and/or 1050 °c for the non-evaporable water con
tent in different series. The drying time at each temperature varied from days
at 105 °c to hours at 600-1050 °c, to obtain a constant weight of samples with
different sizes and shapes. Normally the weight was determined after cooling in
a desiccator at room temperature.

The weight losses at different temperatures are always corrected for weight loss
of the cement and aggregate used and given in relation to the original cement
content of the sample. The weight loss of the original cement and aggregate at
heating to e °c, is defined by

Ce = (l - ae) C20

Ae = (l - be) A20

(3:6)

(3:7)

In Tables II and III the values of ae and be are given together with some data
for the cements and aggregates used.

The original cement content of a sample is evaluated from the remalnlng weight
after ignition at 1000-1050 °c assuming that this is cement and aggregate only,
i.e. C1000 + A1000 ' and that the proportion is the same in the sample as in the
original mixture A/C. One obtains

mlOOO
C20 = A

l - alOOO + C (l-b lOOO )

with C20 as the weight of cement in the unheated sample.

(3:8)

In series A the effect of the temperature level for the heating has been determi
ned for a cement paste with w jC = 0.5 sealed cured at +22 °C.

o

The paste was mixed from a standard Portland cement, Li 1, and deionized water
and poured inta test tubes with rubber stoppers. In spite of the test tubes be
ing put on rotation rollers for one day, a certåin degree of separation could
not be avoided. After different times samples were taken from one test tube. The
samp1es were crushed and sieved in order to obtain grains of l to 2 mm. All samp
les were dried at 105 °c and then the weight losses during heating up to 600,
800 and 1000 °c were determined. The results are presented in Table IV.
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In series B mortar were prepared with wo/C = 0.6 and different cements; Li 2,
Li LH, Sk SH and Sl 2 according to Table II. The mortars were mixed using aggre
gate I with a cement/aggregate proportion of 1:4.4. Drying was prevented for one
day and then the mortars were stored at +20 °c in water with an excess of calcium
hydroxide. Three samples of each mortar taken at different times were divided in
to pieces not smaller than l cm3 and dried at 105 °C. The weight losses during
heating up to 600 and 1000 °c were then determined. The results are presented in
Table V.

In series C an attempt was made to study the effect of humidity on the rate of
hydration by rapidly drying crushed mortar samples to different levels of humidi
ty and determining the progress of hydration thereafter. Samples stored conti~

nuously in water were intended as a comparison. The rapid drying was performed in
a precision moisture chamber, according to Ahlgren (1972), and the humidity in
question was maintained by means of saturated salt solutions in desiccators. The
results shown in Table VI are highly affected by carbonation due to the use of
crushed samples and a bad CO2-filter in the precision moisture chamber. The deter
mined weight losses of the mortar samples stored in water however give an estima
tion of the reproducibility since they originate from four different mixtures with
the same composition and treatment.

In series D an attempt was made to check the exact amount of water from the origi
nal mixture throughout the heating procedure. This was carried out by mixing a
mortar in the crucible and messuring the amount of water added. An inert thread
was used for mixing and left in the crucible. The samples were cured for one
week in asealed pot and then the weight losses during the curing time and the
subsequent heating procedure were determined. The results are shown in Table VII.

3.4 Analysis and evaluation

On the basis of the contraction measurements a mathematical description of the
progress and rate of hydration is put forward. By analysing the results of the
thermal methods, the progress of hydration of the different cements used can be
evaluated.

3.4. l Contraction measurements

The contraction measurements are few and not reproduced and the results are
strange in many ways, e.g. they indicate a very rapid hydration of the standard
Portland cement used and agreater than usual amount of chemically bound water.
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The coefficient in eq. (2:3) is however found to be in the order of 0.25-0.28
and the results are similar to those of Czernin (1964) for higher water-cement
ratios, with an amount of chemically bound water of approx. 0.30 kg/kg cement,
cf. Fig 3.2. The correctness of this result is difficult to value because stu
dies of the hydration at high wo/C are rare.

The results have however led to a simple mathematical description of the rate
of hydrations and consequently the progress of hydration. The results from Tab
le I, shown in Figure 3.6, can be expressed fairly accurately by a straight line
if the logarithm of the rate of contraction is treated as a function of the 10

garithm of time.

2.1.t-5 -10-1- (1.50

(r 2=O.99, t > 0.1)

0.1 1 10 100 [ DO':JsJ

Fig. 3.6 The rate of contraction as a function of time for one of the experi

ments described in 3.3.1. (r2
= correlation coefficient)
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Then according to eq. (2:3) the rate of hydration should be expressed in the
same way, after two to three days of hydration:

aw
___n = const.C.tb-1
at (3:9)

with b < O. By integration this equation one obtains the fo11owing for the prog
ress of hydration:

wn wnoo b
~ = --C-- - a·t ; b < O (3:10)

where w jC is usually given the va1ue 0.25, cf. eq. (2:1) as other values donoo

not necessari1y give better corre1ations. This expression is used be10w and shown
to be usefu1 for this purpose.

3.4.2 Therma1 methods

The loss during ignition at 1000-1050 °c is frequent1y used as a measure of the
non-evaporab1e water. If the sample does not contain any carbon-dioxide and cor
rection is made for the weight loss due to cement and aggregate it wou1d be cor
rect. The weight loss between 600 °c and lODDoC is usua11y believed to be due to
the 1iberation of carbon-dioxide and nothing e1se. Bozhenor et al (1960) report
however weight losses due to water at about 700 °C, b~t further information on
this subject has not been found.

In all the experiments carried out a weight loss between 600°C and 1000 °c has
beenl·obtained that cannot be neglected. In series A it is shown that most of this
weight loss is found between 600°C and 800 °C, cf. Fig. 3.7, but as the samp1es
are crushed and sieved, some carbon-dioxide could have been absorbed. This is al
so the case for the crushed samp1es in series C.

In~the remaining experiments the samples have been stored in water and pieces ha
ve been used instead of crushed samp1es. Acontribution of larger amounts of car
bon-dioxide is therefore less probable. An exception is the later measurement in
series B, where the samp1es have been stored in water with an excess of calcium
hydroxide. If this is not careful1y removed from the samples, a rapid carbonation
occurs which is probab1y what has happened and has resu1ted in greater weight 10s
ses between 600 °c and 1000 0C for these samp1es.



-19-

Veight loss [kg/kg c.emgnt]

0.16

0.14

0.12

0.10

0.08

0.06

+

o 600°C
O 800
+1000

Time. ~aY5]

Fig. 3:7 Weight losses at heating to different temperatures, series A. Curves
according to eq. (3:10) by regression analysis.

This has been dealt with in the following way. The non-evaporab1e water content
can a1ways be expressed, if the sample contains no CO2, by:

(
f =åml05+ 1000)

~ml 05 -+- 600
(3: 11 )

where, of course, the weight losses are corrected for weight losses of the ce
ment and aggregate. In Fig. 3.8 the experimental resu1ts, with the above mentioned
exceptions but including the contractjon experiments, are shown to estimate the
factor f.

A reasonable way of evaluating wn seems to be by using eq. (3:11) with the factor
f as a constant with the value ~1.1. This is also indicated by the experimental
series D, where the actual amount of water added to the mixture is liberated du
ring heating in such away that the factor f is 1.1. That the reason for f devia
ting from 1.0 shou1d be carbonation is highly improbable as the same deviation is
obtained for different sizes and shapes of the samples, except for crushed samp
les. Carbonation should produce a more variable f.
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Fig. 3.8 Experimental resu1ts showing the connection between weight loss at
1000 °c and weight loss at 600 °c for the standard Portland cement used.

It is remarkable that the factor f seems to be almost independent of the degree
of hydration. The amount of chemica11y bound water that is liberated after 600 °c
shoU1d originate from one or two cement c1inker components and as they hydrate at
different rates the factor f shou1d vary with time. It is probable that this hap
pens, at 1east during the first days of hydration.

The weight losses between 600 °c and 1000 °C, in addition to the water expressed
by the factor f, are carbon-dioxide liberated from carbonates of ca1cium and some
magnesium and potassium. The carbonation has liberated some chemica11y bound wa
ter according to the formula
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Carbonation by one mole of CO2 means that 18 grams of chemically bound water pass
into the same amount of evaporable water and simultaneously 44 grams of carbon
dioxide are fixated. This means that the amount of non-evaporable water is decrea
sed.

If all the carbon-dioxide is assumed to be liberated between 600 °c and lODDoC
and the non-evaporable water released by carbonation is assumed to originate from
the calciumhydroxide from which all water is liberatedbelow 600 °C, the
original amount of non-evaporable water can be estimated by (deduction see
Appendix I):

(3:12)

The experimental results for the different Portland cements used are evaluated
byeq. (3:11) and (3:12) and the results are presented in Table VIII. In Fig. 3.9
an example is shown for the standard Portland cement used later.

+

••

56 Time[doys]

•
[ ]

-0140eq_ 3:11 ~wn/C=O.ZS-O.195 t ·

• 6m10S-'600 le
+ 6m10S"10oo/C

(!) eq. [3:12]

o eq. [3~11]

•

•0.06

0.16

0.06

0.14

0.12

0.10

""nie [kg/k9]
---------.
Cement Sl2
~o/C=O.6

Fig. 3.9 Progress of hydration of standard Portland cement·Sl 2 used later in
the drying experiments. Evaluations byeq. (3:11) and (3:12).
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The agreement between eq. (3:11) and eq. (3:12) is of course very good when no
carbonation has occurred as during curing times shorter than 38 days, cf. the
boundary in Table V. The carbonation that occurred later and caused great losses
during heating over 600 °c is difficult to explain. The most probable explanation
has been mentioned above. The calcium-hydroxide that has been carbonated origina
tes from the storing water and not the sample and consequently eq. (3:11) should
be used to evaluate the later measurements in series B. In Fig. 3.10 the results
for the different cements, evaluated in this way, are shown.

""n le [kg / kg]

0.18

0.16

0.14

0.12

0.10

0.08

Fig. 3.10 Progress of hydration of the cements used in series A and B, evaluated
by eq. (3: 11) (B) and .eq. (3:12) (A), ef. Table VIII.

There are several possible sources of error in the described way of determining
the non-evaporable water content. The most important is of course the separation
of earbon-dioxide and water. This has been earried out in away that seems to be
eorrect, but is not sufficiently proved. To do this the gases liberated during
heating have to be analyzed and this has not been ·possible.

The precision of the method adopted is indicated by the results in Table VI to be
about 0.005. Most of this error is assumed to originate from a bad representati~

veness of the samples, i.e. the aggregate-cement ratio A/C and water-cement ratio
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in the sample deviates from those of the original mixture. This is especially
important for the cement-paste samples as all the samplesused at one time step
are taken from one test tube. Danielsson (1974) states that this fault means an
error of about 0.3 times the change in w IC, i.e. an error in w IC greater than

o n
0.01 if an inhomogeneous mixture and separation changes the water-cement ratio
from 0.50 to 0.45. If the aggregate-cement ratio in a mortar sample is five per
cent wr6ng, it could mean an error in w IC to the order of 0.005 according to

n
eq. (3: 8) .

The effect of changes in climate when drying at 105 °c is small compared to the

above mentioned. Danielsson (1974) results indicate errors less than 0.002 in
wn/C due to changes in temperature and humidity of the laboratory air and tempera
ture changes in the aven. Greater faults can arise, and may have done so, if a
moist specimen of greater size is dried together with the samples in the oven.
This is probably what has happened for the measurements excluded in Table VIII.

The cements Sl 1 - Sl 4 come from the same manufacturer and should be the same
cement but show quite different rates of progress of hydration. However the ce
ments have been delivered at different times during a period of four years and
differences are not unprobable especial1y as the cement factory has changed its
manufacturing process. The cement 51 2 has been stored in the laboratory at least
two years and same changes might have occurred as the cement has been stored in
sealed plastic bags.

3.5 Summary

Simple mathematical expressions for the progress and rate of hydration as a re~

sult öf water contraction measurements have been put forward in this chapter. By
thermal methods the hydration of different cements is determined and evaluated
by means of equations expressing the actual amount of non-evaporable water cement.
It has been found that approximate1y 10% of this water is liberated during hea
ting above 600 °c and that it is not carbon-dioxide that causes this weight loss.
The effect on the hydration of water-cement ratio, temperature and humidity is
indicated by showing results from literature.
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4 MOlSTURE FIXATlON, EQUILIBRIUM CONDITIONS

4.1 Introduction

Knowing the way in which the evaporable water in concrete is fixated under diffe
rent conditions is essential for several reasons. The sorption isotherm gives in
formation regarding the moisture content at the surface of a material and thereby
the m6isture content towards which the concrete strives. The sorption isotherm is
also necessary to judge the moisture load arising at a tight surface layer applied
when the concrete has a certåin moisture content. Furthermore the sorption iso
therm is a great help when translating moisture flow coefficients from one way of
description to another.

In a porous material the water is fixated at different energy levels. The chemi
cally bound water has reacted with the material and is present as hydroxide or
crystal water, when the water has kept its original molecular shape and is fixa
ted with covalent bounds or hydrogen bounds as hydrate.

Physically bound.)water can be fixated in several ways. Zeolitic or interlayer wa
ter is firmly bound between different layers in the crystal structure but is not
chemically bound. Dependent on the drying method used, some of it might however
be included in the non-evaporable water, w .n

Adsorbed water is fixated by van der Waal-forces to the surface of the pores and
the force depends on the distance to the surface, i.e. the first molecular layer
is the most firmly bound. The thickness of the adsorbed water layer increases
with an increasing pore humidity and is approximately 10 A at 90% RH, Hillerborg
(1979). As the adsorbed water is fixated to the walls of the pores, the amount
of adsorbed water is proportional to their total surface, that is the specific
surface when expressed per weight unit.

Capillary condensed water is fixated by curved surfaces of water, meniscus, ari
sing in the pares due to the surface tension. Over these water surfaces the wa
ter vapour pressure at saturatian is lower than on a plane surface, i.e. the
vapour pressure at saturation is reached and condensation occurs at a pore humi
ditY ~ less than 1. The connection between the pore humidity and the radius of
the curvature, r, is given in the Kelvin-equation. For a partly filled cylindri
cal pore this is as follows:

20 Vm
l n ~ = - r RT (4: 1) .
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where the surface tension of water is o ~ 0.074 N/m and the molar volume of
water is V ~ 0.018 m3/k mole. The radius is generally assumed to be equal to

m
the radius of the pore reduced by the thickness of the adsorbate. The Kelvin
equation with this assumption is shown in Fig. 4.1.

10 t------~--+---------I

Pore radius excl. odsorbote J r [A]
200r---------r---------t..--.

ao t---------.f------l~------I

50 t---------+-------J~-__I

100 t"---~ ----+-------#----1
I I

o 0.5 1 cP

Fig. 4.1 Size of water-filled pores as a function of pore humidity at desorp
tion, Kelvin equation at 293 K.

For a material with known porosity and pore-size distribution, the amount of fixa
ted water at a certain humidity can be calculated by using eq. (4:1).

In this case the amount of physically bound water is treated as the evaporable
water when drying at 105 °C, cf. 3.2, and usually determined as the moisture ratio
u but expressed as moisture content per unit volume

ow = weight of water evaporable at 105 C (kg/m3)
e total volume of the material

(4:2)

The connection between moisture content or moisture ratio and relätive humidity
or pore humidity at equlibrium is called the sorption isotherm. In Fig. 4.2 a
sorption isotherm is shown in principie with hysteresis between the absorption
and desorption i sotherms , i.e. the difference in equilibrium moisture content du
ring drying and wetting respectively.
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Fig. 4.2 Sorption isotherm in principle.

The moisture capacity is defined as the slope of the sorption isotherm for the
moisture content in question, i.e. (dWeoo/a~) •

w

The hygro-thermal coefficient is defined as the slope of a curve with the humi
dity as a function of temperature at constant moisture content, i .e. (a~/dT)w.

4.2 Sorption isotherms for concrete

As concrete is used with highly variable compositions and hardens continuously,
its properties are changed with composition and age. This is also valid for the
sorption isotherm. As the sorption isotherm has a upper limit of about 98% RH and
the pores that become filled with water are very small, cf. Fig. 4.1, only the
changes in composition of the cement paste in concrete are to be considered. The
pores added when making concrete, e.g. separation voids, are of far greater size
and contain no water at 98% RH. By knowing the sorption isotherm as a function of
water-cement ratio and degree of hydration for cement paste it should be possible
to calculate the sorption isotherm for any concrete with non-porous aggregate.
Information from literature and someexper~ments are presented below and eva
luated in order to obtain some knowledge regarding this matter.
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Moisture fixation in concrete has been studied among others by Powers &Brown
yard (1948), Sereda, Feldman &Swenson (1966), Ahlgren (1972) and Pihlajavaara
(1965, 1974). The absorption isotherm is carefully determined and the agree
ment between results reached by different authors is very good. The effect of
age and composition has been determined by Ahlgren (1972) and in Fig. 4.3 his
results are assembled.

0.4

0.2

0.1

o
o 20 40 60 80

Fig. 4.3 Absorption isotherms for concrete assembled from results by
Ahlgren (1972).

The results in Fig. 4.3 agree well with the results stated by Powers & Brown
yard (1948) and Ahlgren (1972) has developed a method of calculating the absorp
tion isotherm for any composition of concrete by using the so called II gel-iso
therm ll

, Powers &Brownyard (1948), i.e. an isotherm for a cement paste contai
ning no capillary water. The gel-isotherm is shown to be valid for any composi
tian of concrete in humidities less than 45% RH with an equilibrium moisture
content at 45% RH of

w
~ (~ = 0.45) ~ 0.11 a (4:3)
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and at RH = 100% eq. (2:2) is valid. Between 45% and 98% RH an empirical expres
sion is used.

In most applications it is the desorption isotherm that is of interest. However,
the results presented by different authors concerning this material property are
very divergent. An attempt to compare different results is shown in Fig. 4.4.
As the shown isotherms are valid for different degrees of hydration, the absolute
values are of secondary importance. Instead the shape and slope of the curves
should be compared.

~Wo/CsO.65,oc,-- 0.8, +20·[
O.lt P:wo/C:O.65,cx,~O.8,+25-c

5:\#10 ' C= 0.65,0(,"'" 0.6 ... O.r

0.3

0.2

0.1

o

Fig. 4.4 Desorption isotherms according to different authors. Observe the diffe

rence in the degree of hydration.

The great difference is in the interval 30-80% RH, where Ahlgren and Sereda et
al show approximately the same shape of the curves with a flat slope over 40% RH
and a sudden IIdropll down to the value at 30% RH. Pihlajavaara however shows a
very flat curve where the others showadrop and a much greater slope in the
interval 50-80% RH.

This great difference between various desorption isotherms is quite unsatisfac
tory when calculatin.gthe drying of concrete, as the equilibrium moisture content
in a normal drying climate can vary by up to 60 per cent depending on which curve
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is used. It is difficult to explain with certainty the cause of these great dis
crepancies, as accurate information from the experiments is not available. This
matter will however be discussed below.

Information regarding the effect of temperature on the sorption isotherm is rare.
However, preliminary results by Pihlajavaara are presented in Fig. 4.5.

80604020o
o

""eoo/C

0.4 .....--.-..,----..,...--......----....--.....

0.1

o. 2 I-----+---~

0.3 ....------1-----+-----+---111

Fig. 4.5 Desorption isotherms at different temperatures according to prelimina
ry results by Pihlajavaara (1974).

To experimentally determine the desorption isotherm of low ages, short-time mea
surements have to be carried out when the intended degree of hydration has been
reached.

An attempt has been made to do this by using crushed mortar samples, wo/C = 0.6,
containing grains smaller than 0.5 mm. The samples have then been dried in a pre
cision moi'sture chamber, according to Ahlgren (1972), producing a very stable
climate by humidifying an air stream at a high pressure and then lowering the
pressure at a constant temperature. The air stream passes through a CO2-filter
before entering the climate chamber.
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The weight change of the sample was followed during the drying and the constant
weight was reached in one day only, in many cases due to weight gain by carbo
nation. After one day of drying the evaporable water content was determined by
drying at 105 °c and then the loss on ignition was measured. Weight losses du
ring handing and weighting were considered as well as the weight losses of the
original cement and aggregate. The results are presented in Table IX and by
using the previously determined progress of hydration for the cement in question
the res~lts can be expressed as functions of non-evaporable water content, as in
Fig. 4.6. This is done because the loss on ignition contains large amounts of
carbon-dioxide.

O.ltD
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0.30 @)
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~ 1=
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--(!) (i) 60

~ ~=:= .@- 40

-@ -@- 200.10 ......@- <!} @J

Fig. 4.6 Evaporable moisture content of crushed mortar samples of different
ages after one day of drying in various humidities. No equilibrium
at lower humidities, see text.

The first two measurements were carried out in CO2-free air but the filter did
not function properly. The weight gain due to carbon-dioxide was giving a con
stant weight before drying in the lower humidities, <80% RH, had reached equilib
rium.

At lower humidities the equilibrium moisture content was evaluated from the dry
ing experiments presented in the next chapter. Mortar-specimens with a water-
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cement ratio of 0.6 and a thickness of 20 mm, drying on both surfaces, were
dried in climate rooms for a year and a half and then the evaporable and non
evaporable water content were determined. The specimens were carbonated to a
depth of approximately 2 mm at the end of the experiment. The results are pre
sented in Table X together with the above results in Fig. 4.7.
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From fig.4.5 . ~------
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Fig. 4.7 Desorption isotherms for partly carbonated cement mortar with wo/C =0.6

&w~/c = 0.15-0.20

I el imate room, 1.5 year .

20 mm specimens
~ precision moisture chamber
~ crushed samples, 1 day, cf. Fig.4.6

A smaller experimental series has been carried out to estimate the hygro-thermal
coefficient, i.e. the temperature dependence of the sorption isotherm. This has
been carried out by using a method quite different from the above. The relative
humidity was measured on concrete samples dried in an oven to different remaining
moisture contents by using the method presented in chapter 10, with the samples
enclosed in test tubes together with the RH-sensor. The relative humidity of the
sample was measured at equilibrium at different temperatures without separating
the sample and the sensor, i.e. at a constant moisture ~ontent. The results are
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presented in Table XI and Fig. 4.8.

cP [%]

100 r----.,..-----,...--......,.....--r-------

2015105

90 r----r----+---+--::~-----1f-------+--~

80 r----t----f-------f----+----4-----'

Fig. 4.8 Relative humidity as a function of temperature at a constant moisture
content. (The temperature dependence of the sorption isotherm) wo/cz O.3.

The determined desorption isotherms,cf. Fig. 4.7, showa great similari·ty with the
sorption isotherms of Pihlajavaara (1974), cf. Fig. 4.4, even if the absolute va
lues are smaller due to deterioration by carbon-dioxide and a somewhat lesser de
gree of hydration. The discrepancy between these and the other desorption iso~

therms in Fig. 4.4 is obvious. The most probable cause of this difference is that
the drying times were too short to reach equilibrium in the later cases.

The time needed to reach equilibrium is very long, especially during the interval
30-80% RH, cf. Fig. 4.7. This can be seen clearly in Fig. 4.9, which presents the
results by Grudemo (1976), even if they are valid for C3S~paste and not for
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Portland cement. In the case of a disc of 1 mm thickness equilibrium was not
reached "after two weeks of drying, ten times the time is required.

80

... Z5°C,no air
uwo /C"=O.50; C3 S-poste
Age 5.8 years

60LtD20o
o

Drying time [doY5]
_____--.;;...""7'

1

0.1

0.4

0.3

Fig. 4.9 Time course at determining the desorption isotherm for C3S-paste,
Grudemo (1976).

The shape of the equilibrium curve by Grudemo is similar to the results of
Pihlajavaara and the experimental results presented above. The curve after seven
days of drying looks very much like t~e desorption isotherms by Ahlgren (1972)
and Sereda et al (1966). A possible explanation":is that these isotherms were de
termined by using only one sample in order to obtain the whole curve and then
allowing it to gradually dry in a decreasing humidity; there is a great risk of
interrupting the drying too soon. The other isotherms were determined on separate
samples in different humidities.

The normal method of deciding when equilibrium has been reached, by weighing un
til the weigh is constant, can result in too high a moisture content if the samp
le is subjected to carbon-dioxide during drying. The gain in weigh can spoil the
possibility of determining when equilibrium has been reached. This might have
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happened in the experiments by Ahlgren (1972). The temperature also has a
certain significance but the difference is much smaller than the deviation
shown in Fig. 4.4, where the temperatures are +20 °c and +25 °c respective
ly.

The type of cement could affect the pore-size distribution in same way and conse
quently also the sorption isotherm. No such information has however been avail
able and a significant effect is improbable at least where the lower humidities
are concerned.

Since the experimental results agree wtth the results of Pihlajavaara, his de
sorption isotherms will be used in the future. They are however uncertain over

90-95% RH as Pihlajavaara separates 100% RH and storage in water. By using eq.
(2:2) and the shape of the desorption isotherms by Ahlgren at higher humidities
the most accurate desorption isotherms available are obtained. The result is
shown in Fig. 4.10 where the degree of hydration has been calculated by eq. (2:2)
applied to the results from water storage, Pihlajavaara (1974).

Knowledge concerning the desorption isotherms at lower ages is still far from
complete. A reasonable estimation for practical applications can however be
achieved by interpolating in Fig. 4.10 at humidities less than or equal to 45%
RH, i .e. using a II gel-isotherm" at desorption, independent of w IC, with an equi-o
librium moisture content at 45% RH of

we
1: (~ = 0.45) ~ 0.15 a (4:4)

With eq. (2:2) the equilibrium moisture content at 100% RH is obtained between
45 and 98% RH the desorption isotherm can be drawn with the aid of Fig. 4.7 and
4.10.

By using the desorption isotherms in Fig. 4.10 the moisture capacity was evalua
ted graphically. The result is presented in Fig. 4.11 as the inverse of the mois
ture capacity expressed in terms of vapour pressure instead of relative humidi
ty .

The measurements of the temperature dependence of the sorption isotherm, cf.
Fig. 4.8, indicate that the temperature changes result in a drying-wetting pheno
mena with a certain hysteresis. Powers &Brownyard (1948) suggested an effect of
an increase in temperature by an expansion of the pore water. This would mean
that the moisture occupied agreater volume, i.e. acted as in wetting. The
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resulting change in humidity would then be proportional to the temperature
change, moisture content, inverse of moisture capacity and the coefficient
of volume expansion of water. However, a rough estimation results in too

small an effect with only this explanation.

Weoo le [kg/kg cement]
0.6 r------r----,....--.....----..---..

0.5 r------t----t----4----+---.............

O.tt r-----;---+----+----I-------I--I--I-I

0.3 r-------r---+---+------A-I--I------tlf-l

0.2 r-------t----+---~~~+-----I

cx.= 0.8

cx=O.1

0(.= 0.6

o
o 20 ltO 60 80

Fig.4.10 Desorption isotherms for different water-cement ratios. Degrees of
hydration 0.6 - 0.8. Based on results by Pihlajavaara (1974), Ahl-

gren (1972) and eq. (2:2).
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Fig. 4.11 Inverse moisture capacity at different humidities for some water
cement ratios~ Evaluated from Fig. 4.10.

4.3 Excess moisture

The amount of excess moisture in conGrete is mainly a function of concrete compo
sition, curing conditions and the future climate surrounding the concrete struc
ture. For instance the amounts differ considerably in an indoor wall and a con
crete floar on the ground because the climatic conditions are quite different.

In a concrete cured under sealed condttiåns, i.e. with no water added, the amount
of excess moisture is simply

(4:5)

where ~ is the relative humidity of ambient air or the critical moisture condi
tion that should not be exceeded.
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If the concrete is water cured instead the excess moisture increases. If
continuously stored in water the additional amount of water corresponds to
that absorbed by contraction during curing. This amount is given in eq.
(2:3).

The effect of composition and climate on some common concrete qualities is
illustrated in an example calculated for a = 0.8 by using eq. (2:1) (2:3)
(4:5) and Fig. 4.10.

Concrete w w wn
40% RH 90% RH Added if

o o - - - stored inquality C w !:J.wexc w t1W;x~ water* eoo eoo

K150 II 0.86 180 42 25 113 92 46 10

K250 II 0.63 180 57 33 90 96 27 14

K400 I 0.51 180 71 39 70 99 10 17

* K150 with compressive strength of 15 MPa, etc. All figures in (kg/m3)

It is clear that the best concrete quality, with a greater cement content, con
tains a considerably smaller amount of excess moisture if cured at sealed con
ditions. Especially when the concrete has to be dried to an average moisture con
tent corresponding to a rather high relative humidity, the difference is very

great, one third and one fifth respectively.~Th;s ;s shown later to be of vital
,fmportance '1,here required drying times are concerned.

If there is access to water during curing this favourable effect can however
be completely ruined. The amount of excess moisture for the best quality can
become nearly trebbled and if this type of concrete is used to reduce the amount
of excess moisture, it must be cured under sealed condition.

4.4 Summary

On the basis of literary information, which in some cases is contradictory, and
some experimental results, the desorption and absorption isotherms for concrete
are estimated and the effect of composition and age elucidated.

Some examples of the moisture capacity are evaluated and the temperature"depen
dence of the sorption isotherm is dealt with to alesser degree. The amount of
excess moisture affected by the composition is calculated in a few examples and
the significance of a high cement content is shown.
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5 MOlSTURE FLOW

5.1 Introduction

Due to the large amounts of excess moisture usually to be found in concrete and
the extremely long times needed to reach equilibrium, it is seldom sufficient
to know only the equilibrium conditions in order to judge the effect a concrete
structure has on the surrounding material. The time-course, i.e. the rate of
the change in moisture condition, is of crucia,l importance in most cases.

This means that the magnitude of the flow coefficients that rule the moisture
transport and the effect of different factors on these coefficients have to be
known. This is where the lack of knowledge is greatest, concerning moisture in
concrete. A number of mathematical models for moisture transport in concrete
are presented in literature, but very little has been done regarding the material
properties required for the calculation methods to be applied practically. In
this project most of the work has been concentrated on determining some of these
material properties.

In a porous material moisture is transported from the wetter part to the drier
part. This transport takes place either in the vapour phase or in the liquid
phase or a combination of the two. The direction of the moisture flow is deter
mined by the state of the water at the different points, cf. Moore (1972).

Many ways of describing the state of moisture have been used and are being used,
the most common being the temperature in combination with the water vapour con
tent, vapour pressure, moisture content, moisture ratio or pore humidity. In ra
re cases the pressure of the water in the pores is used. This pressure which is
usually negative, is given as follows, cf. eq. (4:1)

(5 : 1)

where Pa is the air pressure in the pores and ~ the pore humidity.

The moisture flow under isothermal conditions can be described in one dimen
sion by

(5:2)
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i.e. with a gradient in some of the above quantities, w, multiplied by a coef
ficient that rules the magnitude of the flow. Of course the coefficient k has
different values depending on the quantity ~ to be used. In some cases diffe~

rent descriptions are used in different humidity intervals to separate the va
pour flow from the liquid flow, but since it is usually a combination, such a
separation is very difficult, and completely unnecessary under isothermal con
ditions. The coefficient used in one method of describing the moisture flow can
easily be converted to another. The connections required for this are summarized
in Appendix II. From this information, m6isture transport coefficients expres
sed in most ways can be translated to the desired one.

Moisture transport in concrete, as in other porous materials, takes place main
lyas the diffusion of water vapour in airfilled pores with the vapour pressure
or content as the driving force and as capillary suction in water-filled pores
with the pore-water pressure as the driving force. Due to the pore structure,
it is practically always a combination of these two, and only one gradient is
usually used to describe the moisture transport under isothermal conditions, as
the vapour flow can be expressed in the same way as the liquid flow and vice
versa, cf. Appendix II.

At the moment when it is not possible to measure the pore-water pressure and
sorption isotherms expressed in this quantity do not exist, capillary suction
is usually described with the evaporable moisture content we as the driving
force. In one dimension the description of the total flow becomes

F = 2(kg/m ·s) (5:3)

where the coefficient D (m2/s) is called the diffusivity, which is certainly
not a CGnstant but a function of the local climatic conditions, composition and
age etc.

This way of expressing moisture transport has chiefly two limitations. It can
not be used accurately for a combination of drying and wetting with hysteresis
as moisture might flow from a lower to a higher moisture content in such a ca
se. Under a temperature gradient vapour flow and capillary suction can take
place in different directions and a way of separating them becomes necessary.
It is however only in very special cases that greater temperature differences
occur within the type of concrete structures dealt with here.
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The description by eq. (5:3) has among other things one very favourable ad
vantage. The law of mass-conservation, eq. (1:1), becomes an equation expres
sed only in moisture contents w resulting in a simple and rapid computer pro
gram for its solution.

The diffusivity D according to eq. (5:3) is not a constant but a function of
several factors, mainly the moisture condition and the concrete composition.
In literature the conceivable dependence of moisture content is described for
a few compositions, but the examples are few and often contradictory. In Fig.
5.1 examples of the variation by the moisture condition are shown according to
different authors. They are however valid for quite different concrete quali
ties, sometimes only cement paste, and are determined in different ways.

Pihlajavaara (1963) estimated the diffusivity from drying experiments on cement
mortar with wo/C = 0.56 and maximum size of "stones" 1.4 mm. The results are
shown in Fig. 5.la for two different drying climates.

Pihlajavaara (1965), by measuring the distribution of moisture at different ti
me steps, calculated the dependence of the diffusivity on the moisture content,
cf. Fig. 5.1b. The results are valid for sealed cured cement mortar and conse
quently the maximum moisture content is much lower than in Fig. 5.1a. The down
ward trend at higher moisture contents in Fig. 5.la have therefore not been
obtained.

Bray (1969) performed diffusion measurements on cement paste with low water-ce
ment ratios and cured at very high temperatures, resulting in pore-size distri
butions different to those obtained when curing at normal temperatures. The
results are principally shown in Fig. 5.1c and are valid for very much lower
moisture conditions than previously shown. They indicate a maximum in diffusi
vity at lower moisture contents.

Bazant & Najjar (1972) adapted a calculation model with certain parameters to a
few measurements of the distribution of pore humidity during drying of the con
crete. They described it in terms of humidity, but as the sorption isotherm was
approximized with a straight line and the law of mass conservation, eq. (1:1),
rewritten, their moisture flow coefficient became the same as the diffusivity.
The best correlation was obtained by a variation of the diffusivityas in
Fig. 5.1d, when the diffusivity increased very rigorously at humidities about
75% RH to a maximum of approximately 01 ~ 30 · 10-11 m2/s.
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Fig.5.1a Diffusivity acc. to Pihlajavaara (1963). Cement mortar
wo/C = 0.56, 28 days water curing. Drying climate 40 &70% RH.
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Fig. 5.1b Diffusivity acc. to Pihlajavaara (1965). Cement mortar, 7~ months
of sealed curing. Drying climate 40 &70% RH.

D[rJls]

Fig. 5.1c Variation of the diffusivity by moisture content acc. to Bray (1969).
Cement paste with low wo/C. Cured at high temperature.
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D

Fig. 5.1d Variation of diffusivity by relative humidity acc. to Bazant &

Najjar (1972).

Fig. 5.1e Variation of water vapour permeability by relative humidity acc. to
S~rensen & Radjy (1976). Cement paste, dried and rewetted.
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S~rensen &Radjy (1976) determined the water vapour permeability for cement
paste by diffusion measurements. Examples of their results are shown in Fig.
5.1e. A comparison with the diffusivity above is difficult as the sorption
isotherms are unknown.

Nielsen (1976) carried out a few measurements of themoisture distribution by
gamma-ray attenuation and obtained diffusivities with a time dependence simi
lar to that of Pihlajavaara.

The effect of the temperature was measured by Yuan, Hilsdorf &Kesler (1968)
and estimated by Bazant &Najjar (1972) by means of the Arrhenius equation.
Their results are compared in Fig. 5.2.

0/°2.0°

2.5...----..-----.-_.,...----,--_,...----.

1.0 1-----+-----+--~---+--t------1

10 15 ZO 25 30 35 s[Ge]

Fig. 5.2 Effect~of the temperature on the average diffusivity of concrete.
Data from different authors and eq. (5:4).

(5:4)D(e)
UTä7)o

The effect of the temperature agrees'rather well with the dependence on the
temperature by the water vapour pressure at saturation. This is what one ob
tains if the sorption isotherm, or at least the slope of it, and the water va
pour permeability kp are assumed to be independent of the temperature:

= kp (e) (~)e _ Ps (e)

kp(eo) (~~)
6

0 - Ps (e o)

This expression is compared with the above in Fig. 5.2. The ag,reetpent is rather
good and indicates that the moisture flow in concrete can be described as a
diffusion process.
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The above examples, representing the main part of the information available

in literature, give a rough conception of the effect of moisture and tempera
ture on the diffusivity of concrete. For a practical application measurements

on normally used concrete compositions are required and knowledge of the ef
fect of different changes in the composition is needed. The work carried out

in order to achieve some information regarding this is described below.

5.2 Experiments &results

To make direct measurements of the effect of all essential variables on the
diffusivity of concrete is of course quite preposterous. To gain as much know

ledge as possible by reasonable means, simple methods and nosophisticated equip
ment available, two types of measurements have been carried out. The most im

portant variables have been studied more accurately with flow measurements while

the rest of the interesting factors have been estimated in a more simple way by
means of a large number of drying experiments.

5.2.1 Flow measurements

By using a certain method of performing flow measurements, the effect of the mois

ture conditions on the moisture flow coefficients has been determined in a few
cement mortars with different water-cement ratios. The usual cup method has been
used in this case, but has been exploited in a special way, mentioned by e.g.
Bazant & Wajjar (1972).

The moisture flow through a disc of a material is attained by placing a cup, with

the disc as a lid and containing a saturated salt solution glvlng a vaoour pres

sure P1' in a climate room with the vapour pressure P2' see Fig. 5.3.

Soturated salt solution

Fig. 5.3 Principle of diffusion measurements using the cup method.
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The moisture flow through the disc is determined by weighing until the statio

nary flow is obtained. The average flow coefficient, in the interval between

the two climates, is estimated by one measurement. Much more informatio.·can ho\v

ever be obtained byusingaseries of measurements.

If the moisture flow through a disc as in Fig. 5.3 is described by the water va
pour permeability

F = - k ap
ax

one obtains if this is integrated between x = O and x = d

x=d

F·d =J
x=O

- k(p)~ dxax

Derivation with respect to the vapour pressure P1 is as follows after simnlifica
tion

(5: 5)

A complete deduction is given in Appendix III.

Eq. (5:5) means that by a series of measurements with a constant climate at one

side and a gradually higher vapour pressure P1i at the other, the effect of mois
ture on the water vapour permeability can be measured at discrete vapour pressu

re and not only the mean value during an interval.

In this way flow measurements have been carried out on thin discs of cement mor

tars with water-cement ratios 0.4, 0.6 and 0.8 and containing an aggregate with
the maximum size of "stones" of l mm. The specimens have been cured at +20 °c in
water for one month and then the thickness of the disc and the wet density have

been measured by weighing in air and water. The discs were then put in a glass

cup and the edges were sealed resulting in a free specimen surface with a diame
ter of 170 mm. The weight change was followed for half a year in order to reach a
steady flow. The results are presented in Table XII.

As can be seen in Fig. 5.4 the difference in vapour pressure over the specimen

will be somewhat smaller than that corresponding to the ambient climates.



-46-

Distribuiion of
\lQPour pressure

5 ecimen disc.

Fig. 5.4 Detail of Fig. 5.3 showing the distribution of vapour pressure for
measurement No. i in principle.

The surface resistances are negligible but the vapour resistanceof the air between
the liquid surface and the specimen has to be considered. This is done by calcu
1ating a new vapour pressure P1i from the one given by the saturated salt solu
tion P~i. With a thickness of the air 1ayer of 4-5 cm and a water vapour permea
bility of air of 0.085 g/m·h·mm Hg (1.77.10- 10 kg miNs) one obtains a correction
in vapour pressure of

(mm Hg) if F in (g/m2.h)

Additionally the variation in thickness from specimen to specimen has been cor
rected by using the flow equation above.

With these corrections the flows, vapour pressures and water vapour permeabiliti'es
obtained are shown in Table XIII.

5.2.2 Qrli.!J.g_e~perim~n.!s_0.!l~e!!!e.!lt_mQr.!a.!:.s

To determine the effect of different factors in the concrete composition on the
diffusivity, several series of drying experiments have been carried out by mea
suring weight changes. Most variables can easily be studied in this way without
expensive equipment and without waiting a long time to reach steady-state condi
tions.

The drying course of concrete with a certåin composition and thereby a certain
. di ffus i vi ty, .can pri nc; pa lly be ,deser; bed as shown.; n Fi.g-. 5.5 us; ng the Four; er



-47--

number F as a parameter, cf. for instance Pihlajavaara (1963)o

D·t
F =-
o L2

The diffusivity coefficient D is the diffusivity at a certain moisture content,

t is the time and L a characteristic dimension correspondi'ng to the slab thick

ness for one-sided onedimensiona1 drying of a slab.

Excess moisture [% of oriqinaU

100

OL---------=====.:::I!!::.~
O Fo=Dt/~

Fig. 5.5 Drying course for concrete of a certain composition.

If the concrete composition is altered in such away that the moisture dependen

ce of the diffusivity is the same, proportionally, but the diffusivity of another
magnitude, the drying course for this concrete can a1so be described by Fig. 5.5

if the diffusivity coefficient D is changed to correspond to the change in magni

tude of the diffusivity. Additiona11y the moisture content at the surface must

be assumed to be in equi1ibrium to the ambient air during the drying, cf. Pihla

javaara (1963).

This means that if the coefficient 0
1

for one composition is known, the corres

ponding coefficient O2 for another composition can be determined in a drying ex

periment by fitting the drying curves to one another, to obtain the same Fourier
number when the same degree of drying has been reached. The coefficient O2 is

then obtained from

t
1

(y)
D = D ·2 1 t 2 (y) (5:6)

where t 1 and t 2 are the drying times required to reach the same degree y of dry

inge The procedure is shown in Fig. 5.6.
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Excess moisture [0/0 of original]

100

Dryin9 time. t

w /C = 0.60
(Eement 51 2)
A/C = 4.40

(aggregate I)

Fig. 5.6 Drying course for two different concretes.

Theoretically speaking any degree of drying can be used, for example when one half
of the excess moisture has dried up. The procedure for concrete and cement mortar
is however complicated by a simultaneous weight gain due to carbonation. For this
reason the times, required to obtain 1/10 (y=O.l) or 1/4 (y=0.25) of the excess
moisture dried up, have been used to determine the effect of different factors on
the composition. During these short drying times the effect of carbönation is less
than during longer times, e.g. the halftime, where carbonation gives misleading
results for small specimens.

Drying experiments using some 300 specimens have been carried out with a cement
mortar of IIstandard composttion ll as a basis:

Original water content, Wo ~2l8 kg/m3

Cement content, C ~364 kg/m3

Air content 4.5-5.2 %

Aggregate content, A ~1600 kg/m3

In Fig. 5.7 the gradation curves for ?ggregate I and fractions of other aggrega
tes used are shown together with the composition of the different aggregates.

With the standard composttion as a basis different factors in the composition ha
ve been varied in a systematic way. The variables in the different series are gi
ven in the table below.
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Fig. 5.7 Gradation curves for aggregate I and fractions of sand and gravel. The table shows the mix proportions

of aggregates I-X.



series

01

03

04

05

06

07

08

09

10

12

13

variable

wo/C &euring time

aggregate eontent

filler proportion

modulus of fineness

grading

air entrainment

stone proportion

max size of stones

earbon-dioxide in air

drying elimate

direetion of drying

- 50-

constant

aggregate content = 1600 kg/m3

eompos;-tion

eomposition

eomposition

The different aggregate gradings have been aehieved by mixing fractions of sand
and gravel, ef. Fig. 5.7.

The specimens were casted to a thiekness of usually 2L = 20 mm in a battery mould

of PMMA, see Fig. 5.8, sparingly oiled, and vibrated on a vibrating table. The air

content of the mortar mass was determined with a small air content device. The

separation of water was determined on the standard composition as ~5%, correspon

ding tm a reduction in water-cement ratio to 0.57. The specimens were removed from

the mould the next day and then usually cured for another 27 days at +20 °C.

Each variable in each series was represented by eight specimens, of which four

were cured in well sealed double plastie bags of polyethen and four stored in wa

ter with an excess of calcium-hydroxide. After determining the initial weight the
edges were sealed with bee and paraffin wax mechanieally protected by a rubber

ring. The drying experiments took place in climate rooms at +20 °c (±1-2 °C) and

40, 50 and 65% RH (±2% RH). The weight changes of the specimens were determined

after gradually increasing the time intervals, the shortest being ~20 minutes at

start of drying and the weighing was continued for more than a year.

To determine the effect of carbonation the drying took place in a climate box,
see Fig. 5.9. An attempt to get a CO2-free atmosphere by using a CO2-filter fai

led; the filter lasted only a few hours. Instead the air was circulated through
a dehumidifier, based on the condensation principle, and the small amounts of
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Fig. 5.8 Battery mould of PMMA with Q-ring packing.

Cryostote Hygrometer

CO2- absorbent

Fig. 5.9 Climate box for CO2-free atmosphere.

Specimens
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carbon-dioxide that leaked into the box during weighing were taken care of by

a CO2-filter. The specimens still in plastic bags were hung up in the climate

box, then the plastic bags were removed for one specimen at a time and the first

weight immediately determined. The same procedure as for CO2-free air was used
to pröduce a very low humidity, ",10% RH, but with a dehumidifter based on the

sorption principle.

The drying experiments have resulted in a large number ofweight changes as a

function of time more or less affected by carbonation. Some measurements of the

depth of carbonation by means of phenolphtalein show good agreement with the dif

ference between the maximum determined weight loss and the weight calcu1ated by

means of the desorption isotherm. The amount of excess water at the start of the
drying was calculated by eq. (4:5) using the progress of hydration and desorption

isotherm evaluated in 3.4 and 4.3 respectively. The results are presented as dry

ing times t(O.l) and t(0.25), interpolated from the weight changes, in Tab1es

XIV - XXIII. The air content is presented as ai'r content of "pastell, i.e. in
per centage of the volume of cement, water and air. In Appendix IV the complete

results are shown as weight changes as a function of time for each series.

In order to study the effect of age on the drying a series of experiments has

been carried out on cement pastes with w IC = 0.5 and during different curing
o

times under sealed eonditions. The weight changes in +20 °c and 50% RH have been
determined continuously by means of automatic balanees, ef. Anon (1971), with

the results shown"in Fig. 5.10.



-53-

Averoge moisture c.ontent w+o+/c [kg/kg cement]

0.50~-----------------------........

+ 20°C, 50 % RH
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Fig. 5.10 Drying courses for cement pastes with wo/C = 0.5 and varying curing
times under sealed conditions. Mean values of 3 to 4 specimens. Bro

ken curves show the standard deviation.
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5.3 Analysis and evaluation

An estimation of the possible errors, arising when the water vapour permeabili

ty is evaluated according to eq. (5.5) from the measurements described above, gi

ves an estimated error of not more than 10 to 15% of measured values, at least

for the lower humidities, if the differences in thickness of the specimen and air

layer are corrected and the specimens are equal in other respects. Some of the

specimens used have however a de~iating wet density indicating differences in air
content and compactness. A single specimen in a series with this deviation has

been excluded from the evaluation. Such differences between two series, cf. mix-

tures I - III in Tables XII &XIII, produce however a deviating result. This

is a possible explanation for the somewhat different results of the three se

ries with the same cement mortar composition. However the reproductiveness is

not too poor as can be seen in Fig. 5.11, where the evaluated water vapour per
meabilities are shown.

The results can be interpreted in the following way. As the capillary pores are

smaller at low water-cement ratios, a continuous liquid phase is present at lower

humidities. The moisture flow between the capillary pores must however pass

through very narrow gel pores and the water vapour permeability is consequently
still rather low even at higher humidities. At higher water-cement ratios the
communication between the capillary pores is better. This of course leads to in

creasing permeability by increasing wo/C at low humidities, where the moisture

flow mainly takes place in a vapour phase. At higher humidities the capillary

flow becomes dominating and the permeability increases very rapidly at a high

wo/C once a continuous liquid phase has been formed.

When expressing the moisture transport with a gradient in moisture content, accor

ding to eq. (5:3), the moisture dependence of the diffusivity can be obtained
from the water vapour permeabi1ity by dividing this by the moisture capacity, cf.

Appendix II. By using the moisture capacities in Fig. 4.11, valid for a somewhat

higher degree of hydration however, the diffusivities corresponding to the vapour

permeabi1ities in Fig. 5.11 are obtained with resu1ts as shown in Fig. 5.12.
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Fig. 5.11 Water vapour permeabilities as functions of pore humiditj for cement

mortars of different water-cement ratios, measured by the modified
cup-method, cf. Table XIII.
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Fig. 5.12 Diffusivities as functions of humidity for the cement mortars in
Fig.5.11.

The characteristic for these diffusivities is a maximum at about 20% RH due to
the slope of the desorption isotherms, low diffusivities in an intermediate in
terval and a new maximum at higher humidities, more pronounced at high water
cement ratios.

With the method used it has not been possible to determine the diffusivities at
very high humidities for wo/C = 0.6 and 0.8, mainly depending on the desired
thickness of the air layers in the cups and the specimens. Quite another method
of measurement, not available in this project, should be utilized in order to
obtain this information, see for example Nielsen (1976).

A comparison with the diffusivities in Fig. 5.1 from the literature show some
similarities, even if these do not always correspond to each other. The absolute
values in Fig. 5.1a &b agree rather well with the obtained results and so does
the diffusivity at low wo/C in Fig. 5.1c. The slope of the curve in Fig. 5.1d is
similar to those of higher water-cement ratios in Fig. 5.12. At lower humidities
there is a very little agreement, resulting from the deviation in desorption iso
therms used.
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With the I~tandard mortar ll as a basis different factors in the composition was
varied. The effect of different variables is always related to the standard
mortar having a diffusivity coefficient marked D . If, for instance, in the. o
case of D/Do equals 2 the drying for this compositfon is twice as fast and
the absolute level of the diffusivity is twice that of the standard mortar.

To reduce the number of specimens, the standard mortar has not been used tn eve
ry experimental series, but only reproduced three times with the same thickness
and drying climate, namely series 016:1 &2, 033 and 052. Some of the results of
these three series are presented for comparison in the table below.

t{y) (days) (t = average; s = standard deviation)

016: 1 033: 1 052: 1 016+033+052 ICoeff. of
l I

t s t s t s t s Ivariation I
t{0.1 ) 0.70 0.040 0.83 0. 014 1 0.61 0.016 0.71 0.097l 14%

l

i

0.40 It(0.25) 4.8 0.22 5.3 0.18 4.5 0.06 4.8 8%

I

t(0.5) 28 1.5 34 1.4 26 0.3 29 3.9 13%

The preclslon of the obtained times t(y) is very good but the reproductiveness
between the different series is bad, which means that by ieaving out the standard
mortar in some of the series,.it is difficult to compare these accurately with
the standard composition.

A possible explanation for this rath~r bad reproductiveness is that there are
some differences in temperature during curing and in the carbon-dioxide content
of the air during drying. There is an indication that there is a decreasing
amount of absorbed water during curing in water with increasing series number,
possibly due to the lower temperature of the water bath or a change in the pro
perties of the cement. The carbon-dioxide content of the air in the climate
rooms (and - boxes) is unknown as no equipment has been available for measuring
suchsmall amounts of carbon-dioxide.

A reasonable way to solve these problems is to use the series, which is closest
in time to a series that does not include a standard mortar.
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The accuracy of the drying times t(y) is rather bad mainly due to the effect of
carboration, but other factors are also involved. The error due to carbonation
increases with time so that the hal f-time t(0.5) becomes two to three times
greater than the true one, cf. series 10. The evaluation of the drying times
has also produced some errors. By using a linear interpolation the drying times
have become too long. For times betweenr~0.2 and 1 day the errors can be rather

large as no weighing has been carried out during this interval. For times of
about one or two days further errors are possible due to the fact that the
weights have not always been determined at the same time of the day for each
series. Where the thicker specimens are concerned hydration also has an effect
during longer drying times and the shorter times should be used for the compa
rison.

The rather bad accuracy of the drying times is greatly improved by evaluating
the effect on the diffusivity by dividing the drying times, according to eq.
(5:6), as the errors mentioned above act in the same direction in different se
ries. The accuracy of the diffusivity coefficient D is much better than the accu
racy of the drying time. Theoretically a total elimination of the errors is pos
sible if the errors have an equal proportional effect, but even if this is not
so the accuracy is greatly increased.

5.3.2.1 Water-cement ratio

The effect of wo/C has, to some extent, been dealt with in the flow measurements.
The results of the drying experiments, series 01, have produced more information
regarding this subject, which is presented in Fig. 5.13.

Naturally the water-cement ratio is found to have a crucial effect on the rate
of ,the moisture transport, even if a gradient in the evaporable water content
does not represent the same driving of different w /C. No other factor investi-o
gated is of equivalent importance.

A somewhat different result is obtained when using different drying times t(y)
for the calculation of D/D . This is quite natural and does not necessarily ori-o
ginate from faster carbonation at higher water-cement ratios. The moisture de-
pendence of the diffusivity is different for different wo/C, as was seen pre
viously, which means that the drying courses deviate and the requirements in
5.2.2 are not fulfilled. Theoretically only one point at a time can be fitted
together and of course this leads to different results for different points.



Fig. 5.13 Effect of water-cement ratio on the diffusivity for cement mortars
(t(y) = drying time needed to reach a degree of drying when a pro
portion y of the excess water has evaporated). Each point represents
the mean value of four specimens, cured under sealed conditions for
28 days.

At higher wo/C the required boundary condition of equilibrium with the ambient
air at the surface may not be fulfilled either, at least for shorter curing ti

mes. This also causes different deviations for different wo/C.

5.3.2.2 Air content

The air content of the cement mortars has proved to be of great importance to the
rate of drying. In many cases the differences in the air content of mixtures in
a series have consealed the effect of other factors in the composition and it
has been necessary to correct for the air content; see below.

A simple composite model can explain the great effect of the air content. A
mathematical model, see e.g. Hillerborg (1979), expressed in terms of the water
vapour permeability k for cement lIpastell, i.e. cement + water + air, can be

written as follows:

kn= ok~ +(1-0) k~ = k~ [O(~)n + 1 - o]



- 60-

where k1 = water vapour permeability of air
k2 = do. of paste excluding air

6 = air content of "pastelI

n = a constant; -1 < n < O in this case

As the vapour permeability of air is much higher than that of the paste, approxi
mately 100 times greater, the expression is simplified to

1/n

kk
2
~ [1 - å (1-1 aan )]

A translation to a description in terms of diffusivities is obtained from, cf.
Appendix II,

D _ k
D

2
- k

2

1
1-6

since the moisture content is less in a paste containing air than in a paste
without any air, at the same moisture condition.

In terms of diffusivities the effect of air content can then be written as fol
lows:

1/n

(5:7)

which is valid for both mortar and concrete, as their diffusivities are propor
tional to the diffusivity of the paste, if the aggregate is non-porous.

Eq. (5:7) can be seen in Fig. 5.14 with n = - 1/3, cf. Hillerborg (1979), to
gether with some of the results from cement mortars with a composition near to
the lIstandard ll

•

The agreement is obviously rather good and the effect of air may be interpreted
entirely as a volume effect with the moisture flow finding its way through air
voids where the resistance is much less than in the rest of the paste.

For the rest of the experimental series a correction for derivating air content
has been carried out in a more simplified way. The corresponding drying time for
an air content of 10% has been calculated with a constant correction factor of
0.02 days/% change for y = 0.25, obtained by means of series 07. The latter can

be seen in Fig. 5.15.
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Fig. 5.14 Effect of air content of the lIpastelI on the diffusivity of cement
mortars. Mean values of four specimens.
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Fig. 5.15 Drying times as a function of air content for cement mortars near

to the standard composition. Lines of short dashes have a slope of
~. 0.14 days/% air.
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This correction is not quite accurate as it does not entirely agree with eq.
(5:7). Using the slope of the straight line in Fig. 5.14 is an approximation

as well as it neglects the fact that the correction factor should be propor
tional to the drying time and not a constant.

5.3.2.3 Aggregate content and gradation

The effect of the water-cement ratio and air content has been studied at a con
stant aggregate content and gradation and by varying the composition of the vo
lume not being aggregate. The effect of the aggregate has consequently been
studied at a constant w le but the air content has varied simultaneously witho
the changes in the aggregate composition and has been corrected for as mentio-
ned above.

The aggregate content is varied in experimental series 03 with the results pre
sented in Fig. 5.16, where the corrections for air content are shown.

L=1cm
+ 2.0°C 40% RH,
28 dOys of age

1.6

1.4

1.2

1

Cement monar
of &iondord composition

I
I,
I
I

+ I
(;) r0-J

--~----~----~-------

+ Exp. results before
correction tor air
content

+ 1150

I
I
I
~_-"" -""' -....l~ ...1 .........

450 400 350 300

Aggreqote c.ontent [kg/m3
]

Cement content [kg/nr]

Fig. 5.16 Effect of the aggregate content on the diffusivity. Mean values of
four specimens, .ser.ies 03: 1.

A higher aggregate content should cause a volume .effect .similar to the effect of
air as the permeability of the aggregate is zero, meaning a decreasing moisture
flow with an increasing aggregate content. A calculation with a composite model
gives a decrease in diffusivity of 5% when the aggregate content increases from
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1400 to 1750 kg/m3. As is seen from the result such a composite model is pre

posterous in this case. An increasing aggregate content might cause more mic

rocracks and separation voids with an increasing moisture transport capability

instead. The diffusivity increases very rapidly close to the possible maximum

aggregate con~ent, determined by the gradation, when the filling of the space

between the aggregate grains is more difficult and cracks due to shrinkage and

separation voids arise.

The proportion of filler <0.25 mm has been studied in series 04 and the result

should be compared to series 052. If this comparison is carried out no signifi

cant effect will be found, the greatest difference being 13%, even though the

proportion of filler is usually increased to reduce the permeability to water.

Quite surprisingly the effect on moisture is negligible.

The gradation of aggregate at a constant modulus of fineness has been studied

in series 06 completed with 052 for comparison. The greatest effect is found on

the obtained air content. The effect on the diffusivity is insignificant ex

cept for the aggregate with a gap-grading in the interval 0.5 - 2 mm with about

20% higher diffusivity.

The modulus of fineness has been studied in series 05 and to some extent in se

ries 08 and 09, where the proportions and maximum sizes of the stones have va

ried. The results of these series are summarized in Fig. 5.17.

0/00
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1

0.8

--------B------------- Series
å 050
VI 05

&050 m 08
o 09

c.~i.rJ]
1400
1600
1700
1100

b.[mm]
10 }
10 . t(O.25)
zo
40 t (0.1)

o
o 4 5

Modulus of fineness

Fig. 5.17 Effect of modulus of fineness on the diffusivity. Different aggregate

contents, proportions and maximum sizes of stones. Corrections for air

content have not been made.
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The results are difficult to value and campare as the aggregate contents,
specimen thickness and drying times are different in the different series.
There is however a tendency to an increasing diffusivity with an increasing
modulus of fineness. Compared to the diffusivity Do of the standard composi
tion the composition (050) used in the flow measurements above has a diffusi
vity of about 0.8 Do and the compositians containing stones greater than 4 mm
have a diffusivity in the order of 1.2-1.3 D . The higher diffusivity of se-

o
ries 051 is due to a higher air content.

The main cause of the effect of increasing amounts of larger grains is pro
bably the separation voids which appear under the stones, perhaps together with
cracks, acting to some extent in the same way as entrained air. The concrete
compositions which have been used are not very representative for normal concre
te used in practice due to the wish to use a constant volume of larger grains,
i.e. approximately a constant water content, at a different modulus of fineness.
This resulted in a workability deviating to a certain extent from the one used
in practice and consequently the diffusivities determined may be too small.

The direction of the moisture flow versus the direction of casting should have
some significance due to the effect of the larger grains of the aggregate. The
separation means an uneven distribution ot larger grains in the concrete with an
increasing concentration at an increasing depth. Additionally the separation
voids under the stones have a greater extension horizontally than vertically and
consequently the resistance to the moisture flow should be less for a horizon
tal direction of flow. The drying experiments in series 13, see Table XXIII,
are however carried out with cement mortar with a maximum size of "stones" of
4 mm and no greater effect of direction of flow was found. This question conse
quently remains unanswered quantitatively.

5.3.2.4 Age

The effects of the curing time have been studied in series 01 and the experi
ments on cement paste. Since the drying progresses rapidly at the beginning,
the hydration soon almost ceases to continue during a drying experiment with
these specimens. At low ages the boundary conditions will be incorrect and the
method of evaluation may be inaccurate. However an estimation of the effect of
the age on the diffusivity should be obtained. The result evaluated in the usu
al way is presented in Fig. 5.18, where the age at t(0.25), the approximate
II middle age", has been used as a parameter instead of the curing time.
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Fig. 5.18 The effect of age on the diffusivity. Mean values of four specimens.
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Fig. 5.19 The drying rates of cement pastes with different curing times.
Mean values of 3-4 specimens.
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As expected the diffusivity decreases considerably with an increasing degree
of hydration and densification. The obtained result is probably an underesti

mation of the diffusivity at very low ages, as the moisture transport during
the drying is limited by the evaporation from the surface, which is clearly
seen in Fig. 5.19, presenting the results of the drying experiments on cement
pastes of different ages.

A small increase in diffusivity is indicated between one and three months age.
This could be correct to some extent and a result of an increase in evaporable
water content at a constant state of moisture.

5.4 Summary

By using the flow measurements the moisture dependence of the diffusivity is

determined for three cement mortars with different water-cement ratios. At ve
ry high humidities the measurements are however incomplete and in this case
the diffusivity must be estimated from literature information or comparison with
experiments.

An extensive series of drying experiments has been carried out in order to
determine the effect of various factors in the composition, climate and curing
on the diffusivity. The water-cement ratio, air content, modulus of fineness
and age have been found to be of essential importance. The obtained information
is useful for estimating the diffusivity of concrete and cement mortar of va
rious compositions and ages with the mortar in the flow measurements as the
starting point.
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6 BOUNDARY CONDITIONS, SURFACE LAYERS

6.1 Introduction

Apart from the material properties concerning the phenomena inside the structure
the properties affecting the evaporation of moisture at the surface have to be
dealt with. When describing the moisture 'changes these properties are the boun
dary condi.tiöns needed to solve eq. (1:1). The conditions for evaporation from a
certain surface are analysed and discussed below and the effect of various sur
face layers normally applied to concrete structures is elucidated to some extent.

6.2 Untreated concrete surface

A boundary condition is a way of describing the conditions at the surface åf the
concrete from information regarding the ambient air or material.

The moisture condition at the surface is determined by the connection between the
evaporation from the surface and the moisture transport up to the surface. How
ever the evaporation from the surface has an upper limit and as long as the mois
ture transport up to the surfaee i n greater the moi sture condi ti on .at the surface
should not change, if so, only very slowly. This upper limit is usually expressed
as an evaporation from a free surface of water at a rate given by

g = S(v - v)s (6: l )

where

S =
Vs =
v =

surface coefficient of moisture transfer, ~0.3 - 3 (10-2 m/s)
vapour content at saturation at the surface temperature (kg/m3)
vapour content of ambient air (kg1m3)

At the previously described drying experiments on cement mortars the climate was
+20 °c and 40% RH which means that S~0.7·10-2 m/s according to Adamson et al
(1970). If the surface temperature is assumed to be equal to that of the air, the
rate of evaporation then becomes g ~ 0.26 kg/m2h. In Fig. 6.1 the rates of drying
of these cement mortars of different water-cement ratios, curing conditions and
ages are presented, evaluatedl as weight losses during the first twenty minutes of
drying.

It can be seen that the upper limit is not reached for concrete even if it is wa
ter cured, unless the concrete is very inmature and then only for high water-ce
ment ratios and water storages, ef. also Fig. 5.19. Usually the moisture condi~

tion at a concrete surface obviously deerease immediately after exposure to dry
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air provided there is no free water at the surface.

0.3

0.2

0.1

o
o O.l+ 0.6 0.8

:v} .... Free &urface of water

o Seoled curing

EJ Water curing

Fig. 6.1 Drying rates of cement mortars of different composition, curing and age

during the first 20 minutes of drying. From experiments described in
5.3.2. Mean va1ues of four specimens.

Picket (1946) and Bergström & Wastesson (1954) described the reduction in the
moisture content at the surface with an expression similar to eq. (6:1) in terms
of drying rate or moisture f10w through a ficticous surface layer with a propor
tionality factor B:

g = Brw (x=O) - w (<t> • 0 (kg/m2.s) (6:2)L' e eoo a1r IJ

The coefficient B has been evaluated by fitting total weight or shrinkage changes
to linear solutions of eq. (1:1) with a moisture independent diffusivity.

Pihlajavaara (1963~ 1965) and Bazant & Najjar (1972) have on the other hand assu
med the concrete surface to be in equilibrium with the ambient air, i.e.

If this assumption is correct, according to Bouche (1975) and Claesson (1979) the
total weight change ~we during drying follows the expression

~we = Cl~ (6:4)

as long as the moisture content is constant furthest in the material, i.e. in
the centre if the slab is dried from both sides.Eq .. (6-:4) is equal to the one
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used to describe capillary suction from a free surface of water and is'then,
apart from this case, valid for any moisture dependence of the moisture flow.
After logaritmation eq. (6:4) is a straight line with the slope 1/2. In Fig.
6.2 some of the drying experiments in 5.3.2.1 are presented in this way. Note
that a description of eq. (6:1) gives a slope of 1.0.

Weight loss, 6m [9]

40

20

10

5

2

1

Cured in water
+

20·C 40% RH
seoled cured,
28 do~s

Fig. 6.2 The start of drying. Experimental data compared to eq. (6:4). Thick
lines have a slope of 0.46-0.50.

The results shown comply fairly well with eq. (6:4). Some of the straight lines
in Fig. 6.2 have a slope a little less than 0.5 and one greater than 0.5 is only
found at a very high wo/C cured in water. The accuracy of the slopes of the li
nes is however not good for very sho~t times and a possible slope of 0.50 in the
very beginning cannot be shown. With the exception of very high water-cement ra
tios, water cured, the obtained results do not contradict the assumption of equi
librium at the surface with the ambient air.

The evaporation at the surface results in a reduction of the surface temperatu
re, due to the heat required,'wtii:ch is usually neglected in the case of concrete.
The moisture transport up to the surface and the following evaporation are very
slow and the temperature difference that arises is small and has no great effect
on the moisture changes. An isothermal approach in this respect is therefore
quite reasonable.
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The above descriptions do not consider that concrete is a heterogenous mate

rial containing large stones. Close to the surface, to an approximate depth
equal to the maximum size of stones, the concrete lacks stones and is more or

less a mortar. In principle the concrete should be divided into two or three
parts with deviating properties. In 5.3.2.3 this effect is quantified to some

extent and an omission shou1d not be too influential for normal concrete struc

tures with a size many times that of the stones.

6.3 Surface 1ayers

Generally surface layers combined with moist concrete have little effect on the

behaviour of the concrete. Only if the surface layer is vapour-tight does its
effect have to be considered. In this case mostly materiåls combined with con
crete floors have been dea1t with and the water vapour permeabilities of some
of these materials has been measured in the same way as described in 5.2.1.
Measurements have been made on several synthetic carpets and since no real con
nection with the composition has been found the results can be summarized in a
few figures:

Water vapour permeabil ities k/d of syntheti c carpets (kg/m2. Pas)

PVC-carpets

Latex backed pile carpets

Felt carpets

0.004-0.02 · 10-9

~l • 10-9

-9",10 · 10

If these figures are compared to eonerete, cf. Fig. 5.11, it is clearly seen

that PVC-carpets have a crucial effect on the moisture in the concrete on to
which they are applied and act almost as a seal. A PVC-carpet has a vapour per
meabilityequa1 to concrete with a thickness of about 1-5 m. The other carpets

correspond to less than l cm of concrete.

Plastic foils of polyethene have a tightness equal to or greater than the PVC
carpets and are consequently also used as vapour-barriers in concrete structures.
Heat insulation materials usually combined with concrete slabs have a water-va

pour permeability according to Heden (1977) of:



-"11-

Water vapour permeabilities ~ of ~eat insulation materials (kg/m2 Pas)

Expanded polystyrene, y = 20 kg/m3, 5 cm

Expanded clay, cement stabilised, 15 cm

Mineral wool, y = 150 kg/m3, 5 cm

-90.05-0.2 · 10

-9
rov l · 10

-9l . 5- 2 . 5 · 10

The effect of a combined heat insulation of expanded polystyrene on, e.g. the
drying of concrete, is quite different from the effect of the other materials

due to their greater permeabilitY. This effect is discussed below.

6.4 Summary

The boundary conditions, when having an untreated concrete surface, are found

to be expressed rather accurately simply by assuming the concrete surface to be

in equilibrium with the ambient air and consequently the moisture content at

the surface is equal to the equilibrium moisture content. As indicated by drying

experiments, this is valid in most cases with the exception of a very inmature
concrete with a high water-cement ratio and cured with access to water.

The effect of surface layers combined with concrete floors is discussed and

PVC-carpets found to act as aseal. Many other materials have a much greater

permeability to water vapour than concrete and their influence is small.
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7 CRITICAL MOlSTURE CONDITIONS - A REVIEW

7.1 Introduction

Most materials are affeeted by mai sture in one way or another. The moisture in
eoncrete affects the conerete itself as well as materials in contact with it.
This moisture dependence of different phenomena must be known if calculations
or measurements of moisture are to be of any great importance. The actual mois
ture content or eondition should then be compared to a limiting value where the
effect of moisture beeomes too crueial. This limiting value is called the cri
tical moisture eonditian, .ef. Fig. 1.1. The significanee of moisture for some

different phenomena is presented below.

Damage to materials sensitive to moisture is in most cases a result of mai sture
induced dimensional ehanges and/or a deterioration of the material where moistu
re can act in different ways. The resulting effect as a moisture dependence can
vary to a great extent. Good examples of extreme cases are the freezing of a
moist porous material and the swelling of a material due to moisture absorption.
80th can be seen as more or less a volume effect of the moisture but in comple
tely different ways, cf. Fig. 7.1.

5welling or deterioration

Deterioration at freezin9

Moisture.
c.ontent

5welling at moisture
absorption

Ser
o ----------------4-------__-.

O

Fig. 7.1 Moisture dependence in principle at freezing and swelling respekti
vely. (Scr=critica1 degree of saturation at freezing, Fagerlund (1972))
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Freezing will cause no damage whatsoever as long as the moisture content is too
small, but if the critical moisture condition is exceeded, the deterioration
begins. The mechanism is a hydraulic pressure originating from the sudden ex
pansion of the water when it freezes and with too great a moisture content this
pressure will damage the mate~ial. Frost darnage usually occurs beyond the hyg

roscopic range and is therefore not dealt with again.

Swelling due to moisture absorption takes place in quite a different way. Each
increase in moisture content, with some exceptions, causes an additional swel~

ling in many cases proportional to the amount of water absorbed. To be able to
define a critical moisture condition at swelling, the size of the acceptable
swelling has to be limited by, for example, available space, maximum allowed
moisture gradient etc. As a function of relative humidity the moisture dependen
ce is somewhat different, cf. Fig. 7.2.
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Fig. 7.2 Swelling of wooden-based materials as a function of RH in ambient air;

from Hillerborg (1977).

The swelling increases rapidly at higher moisture conditions and half of it ta~

kes place at humidities over 75% RH. Manufacturers of wooden-based materials
mention critical moisture conditions of 60-75% RH in this respect.

The critical moisture conditions should generally be described in terms of the
state of moisture instead of the amount, as different materials or substances
are .usualJ!y involved and affect one another by exchanging moisture. At equal
temperature such an exchange can be described by the relative humidity of the
material, i.e. the pore humidity.
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7.2 The participation of moisture in principle

Water participates in many phenomena that leads to a deteriaration in some way
or other. The participation of water can vary considerably. As seen above a
change in the moisture content can act to a eertain extent as a volume effect
by simply occupying space, but generally the absorption of water means an in
crease in pressure, the pore water pressure, ef. eq. (5:1). This naturally in
fluences the dimensional changes.

Water is also a solvent for the gases and ionstaking part in a deterioration.
In some chemical attacks the reaetants have to be dissolved in water. The abili
ty of adsorbed water to act as a solvent is questionable as it has a thickness
of just a few molecule layers. The capillary condensed water usually with a ne
gative pressure can however act as a solvent. The direet effect of the moisture
condition .. on .. ,the.properties of sueh a solution is not known. Water also has a
great effect as a transport media of dissolved ions and gases and of course the
water flow itself is important in many eases. The flow of water is affected by
the moisture condition, cf. Fig. 5.11, in away that indicates a very slow mois
ture transport by diffusion at lower humidities and an increasing flow rate
with increasing humidity .due to an inereasing capillary flow in the liquid phase.
This means a time effect on a deterioration where water is needed. The flow of
water of course causes an inereasing transport of dissolved substances but where
ions are concerned the moisture flowas diffusion at lower humidities is a ··ca
pillary break", i.e. an obstacle to such a transport. That is also what happens
when no moisture flow takes place and the flow of ions.as diffusion in water is
prevented at lower humidities when no contionuous liquid phase is present. In~: 
creasing humidity means an increasing number of paths for such a flow.

The effect of humidity_on the flow of gases in a moist material is the reverse.
If no continuous gas phase exists the flow rate is drastically deereased due to
the much slower rate of diffusion in water than in air, about 104 to 105 times
less. Tuutti (1977), for example, has made measurements of the flow of oxygen
through concrete and indicated this moisture dependence.

These different ways of moisture affeeting various processes, as shown above,
act singlyor together in many eases of deterioration of concrete or materials
eombined with eoncrete. The moisture dependence of a total process can possibly
be explained and estimated by dividing the mechanism into parts as those above
and determine their effect. To some extent this has been done below for some
examples with connection to concrete and concrete floors. A quantitative estimate



-75-

is however difficult to make as a critical moisture condition is not only a
matter of mechanism but in principle also a material property, that should be
measured.

7.3 Examples of critical moisture conditions

Some examples of critical moisture conditions that are of interest to concrete
and concrete structures are presented and discussed below. In most""cases the
mechanisms are not completely understood and critical moistureconditions deter
mined for a single material quality or a single condttion should not be genera
lised without further notice.

Hydration of cement has been dealt with in Chapter 3 and was found to have a cri
tical moisture condition at about 80% RH, cf. Fig. 3.4. It is a chemical reaction
with water as one of the reactants. The humidity affects the amount of adsorbed
and capillary condensed water and the pore water pressure, but the mechanism of
the resulting moisture dependence is not fully known and very few measurements
exist.

In the carbonation of concrete moisture participates in different ways. The pene
tration of carbon-dioxide is delayed by moisture blocking the pores and the rate
of carbonation decreases with increasing humidity, at least this is the case at
higher humidities. On the other hand a high humidity means agreater amount öf
capillary condensed water eontain"ing dissolved calcium-hydroxide. To reduce
lime efflorescences the carbonation nearest to the surface should be as.. -complete
as possible, i.e no calcium-hydroxide should be left. Samuelsson (1977) found a
critical moisture condtti~n of the curirtg climate, i.e the pore humidity close
to the surface, of about 80% RH. Some of his results are presented in Fig. 7.3.

Most of the calcium-hydroxide is assumed to be dissolved at pore humidities over

80% RH ahd thus available for the CO? to carbonate.

Reinforcement corrosion is also affected by the moisture condition, ef. Tuutti

(1977). Unembedded polished steel has a critical moisture condition regarding
corrosion of about 80% RH, but when embedded in concrete the steel is protected
by the alkaline environment. Carbonation can however neutralize this protection
and reinforcement corrosion then proceeds at humidities over 80% RH. Initiation
by clorides has an even lower critical moisture condit4on.
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Fig. 7.3 Amount of lime extracted by water for cement mortars carbonated in
different climates; data from Samuelsson (1977).

Alkali-silica reactions are greatly affected by moisture in many ways. For the

reaction to take place water acts as a ~olv~n! and !r~n~p~r!:~e~i~ of alkalies.
The ~w~lli~g of the gel is affected by the surrounding pore humidity. Krogh
(1974) measured the absorptdon of water by synthetic gels ·and indtcated a cri-
tical moisture condition in this respect of about 80% RH. The gels act similar
ly to a hygroscopic salt.

The mechanism of the swelling of the gel is still not fully explained, but both
an osmotic pressure and the fixation of water, physically or chemically, should
produce a faster swelling jf a continuous liquid phase is present and the water
can consequently be more rapidly moved to the gel.

The damage caused by the swelling of the gel is also affected by moisture as it
affects the viscosity of the gel, Moore (1978). The resulting moisture dependence
is determined in one case by Lenzner & Ludwig (1978) and their results are shown
in Fig. 7.4, indicating a critical moisture condition of about 85% RH.

Alkali and moisture attack on polymer based floor adhesives i:s .influenced by mQis
ture in different ways. The deteriorative reacti~n requires water and calcium
hydroxide. The diffusion of alkali to the adhesive requires a continuous------------ ,



-77-

liquid phase and this is probably where the deeisive moisture dependence ori
ginates. Moisture also causes a swel1ing of a PVC-carpet attaehed to the eon
crete surface by the adhesive. This swe11ing means a strain on the adhesive
and if this is too deteriorated damage will oecur. Some experimental investi
gations have been earried out to determine a eritiea1 moisture condition of
floor adhesives, ef. Bengtsson &Lundberg (1975) and' Petersson (1974), but usu
a11y the time it takes for the adhesive to be affected by the alkali has been
too short to cause the real deterioration. Nilsson (1977) has however sugges
ted about 90% RH as a critica1 moisture condition for f100r adhesives. This
suggestion is based on the resu1ts of several damage investigations.

o Same RH continuosly
3 + Rearranged from lower RH

O Reorronged from hiqhe.r RH

or expansion increase ofter
rearrangement

I

~~Ce.ment martar wo/C=O.5
contoining opaline sandstone

5

4

6

.to

1

2

o 60 80 100
Storinq c1imate RH [0J0]

Fig. 7.4 Effect of atmospheric humidity,on the alkali-si1ica reaction;
data from Lenzner &Ludwig (1978).

Biologica1 attack on wooden-based and other organic materials causing decay and
bad odour requires water to be initiated and to propagate. The critica1 moisture
conditions are different for different fungis but usually close to 100% RH. Some
fungis however can continue to grow at much lower humidities. For instance
M~utiU6 la~yman6 , causing decay, has a critieal moisture eondition of about
80% RH, ef. Björkman (1946). Some moulds.of the type A.6peJtgillU6 which cause
bad odour, can deveJop at humidities as low as 75% RH, see e.g. Mislivec et al

~
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(1975). The mechanism behind this moisture dependence is not explained. The
fungis must have the ability to make use of the water having a pressure of
great negative values.

7.4 Summary

Moisture participates in phenomena in concrete in many ways, in some cases as a

plain 'y"0.lu.!!!e_ei.f~c! or by its .E.r~s~u.!:.e. Water is also a ~olv~n! and !r~n~PQr!.

.!!!eii~ for gases and ions taking part in deterioration. The moisture dependence

is mainly due to a !i.!!!e_ei.f~c! but is sometimes also an Qb~t~cle to a certain
flow.

In the Table below approximate critical moisture conditions for some phenomena
in concrete and materials sometimes combined with concrete are summarized. The
values are very approximate, for instance the effect of the concrete composi
tion is neglected.

Material & phenomenon

Concrete Cement hydration
Lime efflorescence *
Reinforcement corrosion, CO2-initiated

Cl::'initiated
Alkali-silica reactions

Combined Floor adhesives - alkali attack
materials Wooden-based - swelling

- decay
Organic - mould

~cr (%)

80

80

80

<80

85

90

60-75

80

75

* ~cr should be ~x~e~d~d to avoid efflorescence
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8 COMPUTERIZED CALCULATION MODEL

8.1 Introduction

To describe moisture changes in non-steady conditions, e.g. drying,means sol

ving eq. (1:1) with certain initial and boundary conditions. When using mois
ture and time dependent material properties and taking hydration into consi
deration, analytical solutions are very difficult to obtain. Instead a numeric
method in a computer program has to be used. The method of solving the "law of
mass conservation" in the present work by using, to a certåin extent, simpli

fied and approximate material properties, is described below and a comparison
is made with linear analytic solutions.

8.2 Method of solution

A computer program for the solution of eq. (1:1) using a method of forward fini

te differences has been worked out in co-operation·with the Department of Mathe
matical Physics at the University of Lund. The original program was published
by Carlsson & Claesson (1975). This computer program was modified and completed
in order to be adapted to non-steady moisture transport in concrete of different

composition and with possibilities of considering hydration and various surface
layers and combined materials.

In finite differences eq. (1:1) in one dimension is expressed by

(8: l )

where i is the number of the cell, cf. Fig. 8.1.

The moisture flow F(i) is described in terms of evaporable moisture content we'
cf. eq. (5:3). This is an assumption meaning that a gradient in wn at a zero
gradient in we produces no moisture transport. This is not quite correct but
probably negligible in most cases. This description has however one essential
adva~tage. The eq. (8:1) becomes an equation expressed only in moisture content
and by similarly describing the material properties the necessary computer pro
gram for its solution becomes simple and quick. The principle of the program is

shown in Fig. 8.2.
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Fig. 8.1 The division of a concrete slab into N cells with a thickness of ~x.

The numbering of the moisture flows F(i) between the cells is shown.
Carlsson &Claesson (1975).

At each time-step the moisture flows F(i) are calculated ustng the resistance
R2 to moisture flow of each cell-half and the resistances at the boundaries. A
new time-step is then determined by considering the stability condition. At this
new time-step the additions of non-evaporable water content are calculated and
together with the moisture flows previously calculated the newamounts of evapo
rable moisture content are obtained by eq. (8:1).

The boundary conditions used are that there is an equilibrium with the ambient
air at the surface and a resistance to moisture flow of zero for a concrete sur
face. A surfäce layer or combined material is described by its resistance to
moisture flow. In order to simplify the program this is carried out in terms of
the moisture content ~f_t~e_c~ncr~t~. The initial conditions chosen are optional,
but for drying an uniform distribution of evaporable and non-evaporable moisture
content has been used in general.
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Input
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Boundary

Flow

Output

New time-step
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Moisture change

Next time-step

R2 (1) : t:.x/2
O{w{I),t, .. )

WO:= WL:=
RO:= RL:=

. W(J-1) - W(J)
F(J ) · - R2 (J -1) + R2 (J )

l:IWN(1): =
WN(I):=WN(I) + l:IWN(I)

I = 1, N;

WO &WL from linear interpola
tion from W(1) &W(2) etc

J = 1, N+1; W(O) = WO,
W(N+1) = WL
R2(O) = RO
R2(N+1) = RL

a = 0.5; Stabil ity condition

Fig.8.2 Flow chart, in principle, for the solution of eq. (1:1).
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8.3 Oescription of material properties

Material properties regarding moisture for concrete of varying compositions and

age are needed in order to obtain correct solutions and they should be expressed
in terms of the moisture content to suit the used computer program. Available
material properties, as presented in previous chapters, are rather extensive but
far from complete and some simplifications and approximations are necessary. The
descriptions used are presented below.

The rate of hydration is described by eq. (3:9) and Fig. 3.9 together with mois
ture dependence according to Fig. 3.4 approximated to a straight line between
zero at 80% RH and the full rate of hydration at 100% RH. In terms of moisture
content this is expressed by a quadratic approximation of the upper part of the
desorption isotherm.

The diff~sivities at different compositions and at different ages have been des
cribed in three steps. The moisture dependence and diffusivities of cement mor
ta~s determined by the flow measurements described in 5.3.1, cf. Fig. 5.12, have
been used as the starting point called OO(w ). The moisture dependence at diffe-e
rent ages is unknown, in principle, and an assumption has to be made. In this

case the moisture dependence expressed as a function of Qo!e_h~miditi has been
assumed to be independent of age. Expressed as a function of moisture ~o~t~n!

the moisture dependence consequently varies with age according to the sorption

isotherm. In Fig. 8.3 an example is shown where wo/C = 0.6.

The diffusivity at higher humidities has not been determined and is therefore
estimated from the results of Bazant &Najjar (1972), who found a diffusivity
of approximately 30.10- 11 m2/s more or less independant of the composition. This
diffusivity is however dealt with as a parameter later on. Where concrete is con
cerned the diffusivity is then obtained by multiplying Do with another parameter,
a factor estimated with the result of the drying experiments in 5.3.2 as a
guide, showing a factor of around 2 for wo/C = 0.6. At lower ages the diffusivity
thus obtained on the one hand is changed in moisture dependence using the desorp
tion isotherm as a function of age and on the other hand increased by a factor as

in Fig. 5.18 describing the effeet of age on the magnitude of the diffusivity.

The resistance to the moisture flow of a surface layer or combined material ex

pressed in terms of moisture content of the ~o.!!.c.!:.e!e has been obtained aeeording
to Appendix II. The slope of the sorption isotherm has then been approximated to
be.:constant ~.l kg/Nm, ef. Fig. 4.11, an over-estimati·on at very high humidities.
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Fig. 8.3 Oiffusivity Do of a cement mortar, with wo/C = 0.6, as a function of
moisture content at a = 0.8.

The desorption isotherm as a function of age or degree of hydration is used to
obtain the effect of age on the diffusivityas mentioned above. The description
of the boundarj conditions requires this information as well and so does the
translation of the calculation result in terms of moisture content into a descrip
tion in terms of relative humidity. The desorption isotherms have been obtained
as described in 4.2.3 and an exampleused for wo/C = 0.6 is shown in Fig. 8.4.

Equilibrium moisture content are obtained by simple linear interpolation in
Figures such as Fig. 8.4 expressed mathematically in the computer program. Con
version between moisture contents at different ages, when describing the moisture
dependence of the diffusivity at low ages, is for example carried out by approxi
mating the distance between the desorption isothenns in Fig. 8.4 as constant, in-"'
dependent of the humidity.
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Fig. 8.4 Used desorption isotherms for concrete with wo/C = 0.6 as a function
of the degree of hydration.

The material properties used could easily be described mathematically in a more
precise way when using a computerized model to obtain a solution of a non-steady
moisture change. The accuracy of the material properties available at present
however does not justify such a precise description. With the used simplifica
tions and approximations the obtained solutions will still be much better than
the solutions obtained previously with more uncertain diffusivities and the
hydration not taken into consideration.

8.4 Comparison with linear solutions

If the moisture flow is described by a constant diffusivity, eq. (1 :1) becomes

very simple and analytical solutions are possible to obtain. The solutions can
be expressed with the Fourier number Fo as a parameter, ef. 5.2.2, and in Figs.

8.5 and 8.6 an example is shown for drying.
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As a comparison an example of a typical solution, with the model described
above, is also shown in Figs. 8.5 and 8.6. The moisture dependence of the
diffusivity is the one shown in Fig. 8.3 and the two solutions are adopted
to each other so that they have the same average moisture content half-way
through the drying, in linear theory when F = 0.2. With an equal average

o
moisture content at this time, the moisture is distributed in different ways,
the linear theory having alarger amount of moisture in the center of the
slab. On other occasions, e.g. when F = 0.7 in linear theory, the averageo
moisture contents differ very much, about factor 2, and a 3-4 times as long
drying time is required to reach the same degree of drying. The linear theo
ry is obviously only applicable during a short interval close to where the
solution has been adapted and using the linear theory to extrapolate the
drying of concrete for example causes considerable errors.

8.5 Summary

The method of solving the equation expressing the IIl aw of mass conservation ll
,

taking hydration inta consideration, is described. By expressing all material
properties in terms of moisture content a very simple and rapid computerized
model is obtained. The way of doing this description is shown and exampled
and the assumptions made are pointed out. Finally the obtained solutions are
compared in principle with the linear solutions. The linear theory is found to
cause very great errors if an obtained linear solution is used for extrapola
tion.
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9 DRYING OF CONCRETE

9.1 Introduction

To be able to carry out an estimation of the drying process of concrete of a
certain composition under different conditions, is of very great interest in
order to avoid moisture damages, but also when describing .and evaluating many
other moisture dependent phenomena in concrete. This significance was previous
ly discussed to same extent in Chapter 7.

Since the drying of concrete proceeds very slowly, excess moisture is present
in a concrete structure for a very long period of time, usually several years.
Consequently a. sufficient part of the excess moisture must be dried out before
materials sensitive to moisture are combined with the concrete. The remaining
amount of excess moisture must be able to remain in the structure for perhaps
a couple of years without causing any damage. The problem that arises is there
fore that of being able to state the drying-times required under different con
ditions to dry out a sufficient part of the excess moisture. In accomplishing
this profound knowledge is required regarding those moisture properties of con
crete and combined materials described in the previous chapter.

The drying of the concrete is firstly described qualitatively and then the cal
culation model is quantitatively compared with some drying experiments. The mo
del is finally used to describe the effect of some essential factors.

9.2 Qualitative description

After mixing and casting the concrete contains large amounts of mixing-water, a
part of which gradually becomes chemically bound to the cement. During this hyd
ration a contraction is obtained due to the fact that the reaction products have
a smaller volume than the original consti'tuents. Consequently water in the lar
gest pares is gradually replaced by air sucked in from.the surface.

Usually the hydratian is supposed to decrease the amount of evaporable water in
such away that the remaining part is evenly distributed in the structure. Whet~

her this assumption is true or not is not known at present, but it is reasonable
to presume that the amount of air sucked in is greater close to the surface
andconsequently the moisture content is less. The state of the moisture, i.e .

. the pore water pressure, should however be approximately equal throughout the
entire structure as less pressure in the center of the concrete very soon causes
the water·to· be imbibed and thereby the pressure ·;s equalized.
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The drying starts when the c1imate around the concrete a110ws evaporation to
take place, i.e. at equa1 temperatures when the relative humidity is less than
100%. The drying proceeds as a combination of a moisture f10w inside the mate
rial up to the surface and an evaporation at the surface. According to Krisher
(1963) the rate of drying of most porous materials is a function of the mois
ture content as shown in Fig. 9. l.

Rate of dry ing

Phose 1

Phose 2.

W 1 Wo

Moisture content} w

Fig. 9.1 Drying rate, in principle, of a porous material according to Krischer
(1963) .

At the beginning, phase l, the drying is limited by the evaporation from the
surface and the rate of drying is almost constant. This continues as long as
the capacity of the mai sture f10w is sufficient to keep the surface wet so as
to continue the constant evaporation.

When the moisture content has decreased to wl according to Fig. 9.1, the capa
city of the moisture flow becomes too small and the rate of drying decreases,
phase 2. In the future the moisture flow up to~the surface will have a deci
ding effect on the rate of drying. At the surface equilibrium with the surroun
ding climate is soon obtained and the moisture content at the surface will
shortly be close to the equilibrium moisture content corresponding to the am
bient air. As was seen in Chapter 6 the phase l is usually not present for con
crete -du.e to the very slow moisture flow and very soan there will be an equi
librium at the surface.

The drying proceeds as long as there is a gradient in the material driving the
moisture flow. After a very long period of time theequi-librium moisture content
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is reached inside the material and a moisture flow no longer takes place; tbe
drying is finished. In practice drying is in many cases interrupted much ear
lier, e.g. by the application of a tight surface layer through which the eva
poration from the surface is drastically decreased. This means that the mois
ture content close to the surface increases as the moisture flow still conti
nues towards the surface. This proceeds until a new equilibrium is reached
between the very slow evaporation through the surface layer and the moisture
flow up to the surface. With a very tight surface layer this means that the
moisture load on the surface layer is approximately given by the relative hu
midity corresponding to the average of the remaining moisture content, please
see below.
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9.3 Experiments - comparison with model

Some full scale drying experiments have been carried out in order to check
the calculation model and determined material properties. The comparisons
have been made in terms of relative 'humidity instead of moisture contents
mainly for two reasons. The measurement of the ~i~t~i~u!iQn of the moisture
content in concrete is very inaccurate, cf. Chapter 10, and a reliable non
destructive method for concrete does not exist. The possibility of using ~;

~elg~t_c~a~g~s of small specimens has proved to produce misleading results,
due to simultaneous hydration and carbonation, which affect the weight chan
ges considerably.

In an experimental series investigating the influence of specimen thickness
the effect of hydration and carbonation can clearly be seen. The experiments
have been carried out with cylindrica1 specimens sealed with a moisture bar
ri er and al umi ni um foil and all owed to dry from both ends. The type of con
crete used and the results for different thickness and curing times are
shown in Fig. 9.2.

According to linear theory the size has a quadratic influence, expressed by
the Fourier number. This means that in terms of t/L2, or vi: IL, the drying is
independent of size. As is clearly seen in Fig. 9.2 this is not valid for con
crete. Similar results have been obtained by Campbell-Allen (1973).

Simultaneous hydration functions in two ways,.partly by decreasing the avail
able amount of excess moisture and part1y by decreasing the rate of the mois
ture flow. 80th of these factors shou1d cause a quicker drying of smaller
specimens as the drying takes place at lower degrees of hydration. This is
not valid for the experiments presented in Fig. 9.2 either. On the contrary
there is a tendency to an increasing rate of drying with an increase in the
specimen thickness, the rate of drying is natural1y expressed in terms of ~

t/L2. The effect is more c1ear1y seen in Fig. 9.3 where the drying times re
quired to reach a certain weight loss are seen as a function of size.

In principle the effect of hydration was estimated with the calcu1ation model.
The mode1 was adapted to the result of the thickest'_.specimens in the drying
experiments, which was obtained with a diffusivityas in wo/C = 0.6, cf. Fig.
8.3, with Dl = 10-10 m2/s and 010

0
= 0.5. The resu1ts of the ca1cu1ations as

a function of the specimen thickness are shown as a comparison in Fig. 9.3.
The correct effect of hydratian is obviously perceptible in the experiments
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but only for thicknesses L greater than 5 cm. For the smaller specimens car
bonation ruins the possibility of comparing measurements of weight changes
with the calculations. To do,.this moisture distributions and relative hu
midities are obviously more suitable.

Weight loss (0/. of original]

2L=4cm

Cured 56 da~§.

Max size of stones 12 m m
Air=2.6 eyo
5ealed curing at ... 20°C

21

2.L=8cm

2L=10 c.m
2L=12 cm

2.L=16c.m

Cement Li1 5td
""o IG=0.55
C =3'10 k9/m3
Modulus of fineness 3.7

o
O

0.5

1.0

2.5

2.0

1.5

Fig. 9.2 Weight changes during drying of hydrating and carbonating eonerete.
Different specimen thicknes~es and curing times. Each curve represents
the mean value of three specimens.
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From dr äng eXReriments
(with hy~rationond carbonotion)

o
o 2 4 6 8 L [cm]

Fig. 9.3 Required drying times to obtain a weight loss of 1% of original.

Concrete with wo/C = 0.55 cured 7 days.
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9.3.1 Moisture distribution

One experimental series has been carried out, where the distribution of the
pore humidity was measured in specimens with a thickness of 160 mm. Three
water-cement ratios were used, 0.4, 0.6 and 0.8, and the aggregate consis
ted of 50% of the aggregate used for the "standard cement mortar", ef. 5.2.2,
and 50% of aggregate 7, i.e. macadam 4-8 mm. The specimens were sealed with
a moisture barrier and aluminium foil on four sides in order to obtain one
dimensional moisture flow. For the measurement of RH, holes, perpendicular
to the moisture flow, were used, as shown in Fig. 9.4.

Sealed sides
Drying surface

Holes sealed with Q seolant
4>12 mm,. 5x12 mm

~

~

~

~

~

~

~ +-~Drying 5urface

2L=160 mm

Fig. 9.4 A specimen for measuring the distribution of RH during drying.

The moisture distribution was determined from time to time by placing hygro
sensors, cf. Chapter 10, in the holes for at least four hours to come close
to the equilibrium inside the hole. The results are shown in Table XXIV and

Fig. 9.5.

From the results for wo/C = 0.6 it can be seen that a shorter curing time re
sults in a somewhat di'n'er concrete after a drying-time of 260 days. A water
cement ratio of 0.4 produces very rapid drying at the start, due to hydra
tion, after which the drying becomes very slow. After 260 days of drying the
concrete with wo/C = 0.4 is however somewhat drier than the one with wo/C=0.6.
The drying of the concrete with wo/C = 0.8 is very slow at first but during
longer drying times this concrete becomes considerably drier than concrete

with a lower wo/C.
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Fig. 9.5 Measured distributions of pore humidities in concrete specimens, with
a thickness of 160 mm, drying from two sides in +20 °c and 40% RH.
Different water-cement ratios and curing times under sealed conditions,

cf. Table XXIV.
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For wo/C = 0.6 most of the required material properties are available, inclu
ding the rate of hydration, and therefore a comparison between the measure
ments and calculations with the computerized model is possible. In the calcu
lations the diffusivity OO(w) from Fig. 8.3 is used with the uncertain diffu
sivity Dl at high moisture contents as one parameter. These diffusivities are
valid for the cement mortar used in the flow measurements, cf. 5.3.1, and the
IItranslation ll to concrete is done with parameter number two, D/Do.

The comparison is carried out by adopting the calculated moisture distribu
tion on one occasion, to the measured distribution, by varying the two parame
ters. The distribution after 260 days of drying the concrete cured for 28 days
before the start of drying has been chosen for the adoption. In Fig. 9.6 the
results of different attempts are shown, and as can be seen there is good ag-

-11 2 oreement with Dl = 10·10 m /s and D/D = 1.6. The latter value agrees well
with the results from the drying experiments analysed in 5.3.2.3, where an
estimation would give D/Do = 1.4-1.7.

With the two parameters, estimated in this:way, further calculations have been
made for this concrete with two curing times of 3 and 28 days, used in.the
experiments. The same material properties are used in both cases and the diffe
rence in the curing time will affect the results by the difference in the rate
of hydration and the diffusivity at low ages. The results of the comparison
between measured and calculated moisture distributions are shown in Fig. 9.60

and Fig. 9.7. The agreement åt the longer drying ti.me is almost perfect and also
during the shorter drying times the agreement is fairly good. Some of the dis
crepances close to the surface may be an effect of the bad reliability of the
hygrosensor used in these holes. The result of this comparison indicates how
ever that the calculation model and the determined material properties are
very useful.
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Fig. 9.6 Measured and calculated moisture distribution in a concrete slab with a
thickness of 160 mm drying from two sides in +20 °c and 40% RH. Water
cement ratio 0.6, cured 28 days under sealed conditions.

6 1 8
Depth [cm]

5432.1

90

80

50

60

10

4O-------.--....&---"""------L.--~--...&..----r.--......
O

RH [%]

100.....----------.~------------ .....

Fi g. -9-.1·· -Campar; son ,betweenmeasured and cal cul ated·moi sture distributions with

material properties obtained from Fig. 9.6. wo/C=0.6, sealed cured3.days.



- 97--

To be able to estimate required drying times before asurface layer is applied
is of very great interest for applications in practice. An experimental series
with a normal slab thicknesses has therefore been carried out to imitate what
happens in practice. Concrete quality, curing condition and drying times have
been varied and the moisture load, in terms of RH, has been measured after a
tight surface layer has been applied and the remaining moisture has been re
distributed. The appearence of the used specimens is shown in Fig. 9.8 to
gether with the moisture distribution in principle during drying and after re
distribution.

Dr~i!lg_

20°C Ltook RH
(normatly)

tttttttt
RH-disiribuiion
after drying

Redistribu' ion

RH distribution
offer redistribu
tion

--..

"

\,
•

Fig. 9.8 Specimen during drying and redistribution. Moisture distributions in
principle are shown.

After the intended drying time, the specimens were sealed with a PVC lid in or
der to imitate the application of a tight surface layer. After one to two months,
when the redistribution was almost terminated, the relative humidity was measu
red in:~the air-volume between the concrete surface and the lid. This RH corres
ponds to the moisture load arising from a floor adhesive under a PVC-carpet for
example. The result of this experimental series is presented in Table XXV, with
the concrete qualities and drying times graded from the highest to the lowest
moisture loads obtained.

The concrete quality K150, with the lowest cement content, dries very slowly.
But after 8 weeks of drying the remaining moisture corresponds to a RH of 94%.
To achieve a dryness corresponding to approximately 90% RH, the used cråtical
moisture conditions for floar adhesives, K150 require a drying time twice as
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long as for K250, and this in turn needs almost twice the drying time requi
red for K400, with the highest cement content. With a substantia1 air-entrain
ment the required drying time can be reduced tO.ha1f that time, part1y due to
the simultaneous increased cement content.

For concrete qua1ity K250 ca1cu1ations with the computer.model have been done
for comparison with the experiments in order to estimate the parameters valid
for this rather normal concrete qua1ity. A reasonable agreement was obtained
with Dl = 20.10- 11 m2/s and D/Do = 3 for this concrete with wo/C = 0.65 and
maximum size of stones of 12 mm. In Fig. 9.9 the resu1t of such a calcu1ation
is shown for a 10 cm thick concrete slab drying from one side on1y. The con
crete is cured under sealed conditions for one month. The moisture load, in
RH, has been obtained from the desorption isotherm and the ca1cu1ated ~v~r~g~

~ois!u~e_c~n!e~t, as this settles the moisture 10ad after the redistribution.
This is not quite true because the sorption hysteresis inf1uences this trans
1ation to some extent.

Moisture load, RH[%]

..... Colculoted
~ From experiments

100

90

80

o 50 100

K250 L=10cm
+ 20°C, 40% RH

Cöeoled cured 1 month

150 200 ZSO
Dr~in9 time (do!:JsJ

Fig. 9.9 Average moisture content expressed as RH of a 10 cm thick concrete
slab; concrete qualityK250. Calculated and measured va1ues.

In Fig. 9.9 the measured values from the experiments with this concrete quäli
ty are shown. The agreement between ca1culated and measured moiature loads is
rather good. This way of comparing calculations and experiments is however very
inaccurate as several uncertåin factors affect the resu1ts. Hysteresis effects
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influence the translation from average moisture content to relative humidity
and this translation is also difficult because the degree of hydration is not
constant at different depths from the surface. The redistribution takes time
and may not be completely finished when the measurements are carried out. Fi
nally the uncertainty of the RH-measurement, having an accuracy of ± 2-3% RH,
means that the comparison carried out is not precise. The obtained parameters
for this normal concrete quality are consequently uncertain to some extent
but in spite of this they are useful when estimating the effect of different
factors using calculations with the model.
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9.4 Calculations with the model

The effect of various factors can easily be estimated by calculations with
the computerized model and taking hydration into consideration. This is car
cied out in order to study the effect of slab thickness, drying climate and
a combined heat insulation.

The calculations are made for the normal concrete quality K250, with wo/C =
= 0.65, also dealt with in 9.3.2. The diffusivity parameters above were found
to be approximate1y Dl = 20.10-11 m2/s and D/Do = 3. The moisture distribu
tions in a 10 cm thick slab, drying from one side in +20 °c and 40% RH, are
shown in Fig. 9.10 as obtained from a calculation with these parameters. In
the following calculations only the average moisture contents, or the corres
ponding relative humidities, are shown. The distributions are however similar
in principle to those in Fig. 9.10, and they can serve as a guide.

we[k9/m~ RH [%]

1 100

160 99

98

140 95

120 90

as

80

C=350 kg/rtf
K250 60

~
.~~.~~~[': Wo/C=
.Å·.:~·:: o65 --
0:40 4>-4 =-.
• 0 Ä:...;:,..._..:.:. ..,.",

o 1 2 3 4 5 6 1 B 9 10
-Depth [cm]

Fig. 9.10 Calculated..moisture distributions, in terms of moisture content and re

lative humidity, in a "normal ll concrete quality. Cured one month under
sealed conditions before drying begins.
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9.4.1 Effect of slab thickness

From the preceding sections it is clear that the drying courses of different
slab thicknesses deviate from the usual diffusion theory, not taking hydra
tion and the age dependent diffusivity into consideration. The frequent1y
used ru1e, thai a doub1ing of the slab-thickness m~ans four times the dry
ing time, is therefore not valid for hardening eonerete. According to this
rule the drying time required to obtain a certain dryness, divided by the
slabtnickness squared, t/L2, is constant. This is consequently not quite true
where concrete is cancerned.

In the case of the ca1cu1ation model the drying of concrete slabs of diffe
rent thicknesses has been calculated. The results for concrete cured one
month before drying are shown in Fig. 9.11. If the simple diffusion theory
had been valid, the drying curves would have coincided with each other as
the drying times were divided by the square of the slab thicknesses.
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1
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]

Fig. 9.11 Effect of the slab thickness on the dryingof eonerete, sealed cured

for one month.
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Similar calculations have also been carried out for concrete cured only
for ~n~ ~e~k before drying starts. The results of both calculations are
shown in Fig. 9.12 in terms of required drying times to obtain an average
moisture content corresponding to 90% RH.

10 15 20 25 30
L [cm]

5

~e 1month .

I .20°C,40eroRH

~
l K2.50 l IL.
, J

/~
/~e1week ~

/+

o

0.6

0.5

0.4

o

Fig. 9.12 Effect of the slab thickness on the required drying time to reach
an average moisture content corresponding to 90% RH. Different ages
at start of drying.

From the Figure it can be seen that a concrete, older than one month at the
start of drying, dries more rapidly with large slab thicknesses, proportiona
tely, due to the self-dissiccation that proceeded to agreater extent in the
thicker slab. For a younger eonerete, with slab thicknesses less than 15 cm,
the greater moisture flow capacity at the beginning of the drying has a major
effect and the drying is very rapid. With slab thicknesses greater than 15 cm
the age at the start of drying is of less significance.

When slab thickness .L is stated above, this refers to the thickness of a slab
drying from only one side, the other side being sea led. In the case of two-si
ded drying of e.g. a wall, L corresponds to one half of the slab thickness.
With other .concrete structures than slabs, an estimation of the drying can be
made by using a IIthickness ll of

L V vo1ume of the drying structure
= A = area of the surface of evaporation
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For a cylinder, e.g. a column, one obtains L = r/2, with r = the radius of
the cylinder. For a more accurate calculation the one-dimensional solution

of the "l aw of mass conservation ll cannot be used for other structures than
slabs. Eq. (1:1) must be rewritten in other coordinates and new solutions
must be obtained.

The drying dealt with in the preceding sections usually took place in a cli
mate of +20 °c and 40% RH. A climate with another temperature and another re
lative humidity naturally affects the drying. The temperature affect the dif
fusivity and thereby the drying time. The relative humidity affects the equi
librium moisture content at the surface and consequently the moisture gradient
close to the surface resulting in a somewhat altered moisture flow up to the
surface.

With the computer model calculations have been carried out on a lInormalII con

crete quality, K250, for a 10 cm thick concrete slab drying from one side at
a temperature of +20 °c and varying relative humidities. The results of tbese
calculations for humidities between 20 and 90% RH are shown in Fig. 9.13.
Among other things it can be seen that drying time required to reach an ave
rage moisture content corresponding to 90% RH, about 115 kg/m3, is about 60
days for drying in 20-50% RH while at 80% RH almost 90 days is required; an
increase of about 50%.

The desorption isotherm shown in Fig. 9.13 is valid for an age greater than
one month, with the upper part of the shaded area valid for an age of about
three months, i .e. for a normal case of dryiilg-out o.f excess moisture.

In Fig. 9.13 an example is also shown of how to use the calculation results
for reading the required drying time in o~der not to exceed a certain moistu
re load. In the example the maximum moisture load allowed is assumed to be
90% RH and the drying climate is +20 °c and 60% RH. The desorption isotherm
at 90% RH gives an average moisture content of about 115 kg/m3. To reach
this average moisture content at drying in 60% RH a drying time of about 70
days is required, as obtained by interpolation between the curves represen
ting drying times of 60 and 90 days, respectively.

If the drying takes place at another temperature some quantities are changed.
A different temperature usually causes a change in relative humidity as the
water vapour pressure at saturation will change. A change in relative humidi
ty in the ambient air results in a new equilibrium moisture content at the
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Fig. 9.13 The drying of a normal concrete at differenthumidities in surroun
ding air according to calculations.
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surface of the structure.

Apart from the change in the moisture content equilibrium,~the diffusivity
and rate of hydration are increased with an increasing temperature. However
for rough estimations Fig. 9.13 is usefu1 at a temperature deviating slight
ly from +20 °C. In that case the change in rate of hydration is neglected,
and causes a drying time on the safe side at an increase in temperature. If,
för instance, the temperature in the examp1e above is raised to +30 °c the
relative humidity decreases to 33%. The increase in diffusivity can be esti

mated from Fig. 5.2 at 030/020 ~ 1.5, i.e. a 50% faster drying. From Fig.
9.13 a drying time of about 60 days is obtained for +20 °c and 33% RH. At
+30 °c the required drying time can be estimated by 60/1.5 ~ 40 days.

The calculations above are valid for curing under sealed conditions. If the
curing takes place with access to water the initial conditions will of cour
se be different, cf. 4.3. A calculation for the concrete composition dealt
with above but cured for 28 days in water indicates an increase of only app
roximately 20% in the drying time required to reach 90% RH for this concre
te quality. With higher cement contents the effect of water storage must be
assumed to be much greater, cf. 4.3.

9.4.3 Effect of a combined heat insulation

The cases of drying dealt with previous1y correspond to a concrete slab drying
from on1y one side, i.e. where drying from the other side is prevented, e.g.
by using po1yethen foil if a concrete slab direct1y on the ground has an un
der1ying vapour barrier. However concrete slabs are often combined with a heat
insu1ation in structures such as externa1 wa11s and floars on the ground. A
very common structure in Sweden in the latter case is a concrete slab on an
underlying heat insulation placed directly on the ground. The heat insulation
causes a temperature difference, and consequently a difference in water vapour
pressure, between the under-side of the slab and the moist but cold ground. The
result of this is the possibi1itj of such a slab drying downwards through the
heat insu1ation, the proportion depending on the permeability of the insula
tion. In Fig. 9.14 this structure and the way it functions are shown.
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Fig. 9.14 The floor structure and moisture distribution of a concrete slab
with an underlying heat insulation directly on the ground.

A illustrative example is the best way to show the effect. Suppose there is a
temperature of +20 °c in the concrete slab and +17 °c and 100% RH in the ground.
At the start of the drying the pore humidity in the concrete slab is close to
100% RH. This means a water vapour pressure of about 2340 Pa, p (+20 °C). As thes
vapour pressure in the ground is on1y about 1940 Pa, ps(+17 °C), a vapour f10w
towards the ground takes place, i.e. the slab is drying downwards. This will
continue until the slab is so dry that its vapour pressure is the same as that
in the ground. This will occur when the pore humidity is 1940/2340 ~ 83% RH.
When the excess moisture has been dried out the pore humidity will consequent
ly never exceed 83% RH as long as the temperature difference is greater than
3 °C. This is the case during most of the year in Sweden with floor structures
in small houses due to the rather low average yearly temperature, <+8 °c, cau
sing a low temperature in the ground all the year round. There will of course
be a rise in temperature directly under a floor structure on the ground but ra
rely higher than that a temperature difference of at least 2 °c can be maintai
ned over the heat insulation, cf. Adamson (1970).

The drying of a 10 cm thick eoncrete slab on an under1ying heat insulation has
been ealculated with the model for different water vapour permeabilities of the
insulating material, ef. 6.2. The used boundary conditions for the under~$ide

of the conerete slab are shown in principle in Fi9. 9~14. The equilibrium mois
ture content is chosen to correspond to the relative humidity given by the tem
perature differenee as shown in the examp1e above. The effect of the heat insu
lation. on the evaporation from the lowersurfaee, is.~.described by its resistanee
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to the moisture flow, ef. 8.3. The results of sueh ealculations are shown in
Fig. 9.15.
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Fig. 9.15 Drying of a conerete slab on an underlying heat insulation with dif
ferent wa ter vapour permeabi l i t.tes.

Similar calculations have been made for another temperature condition. From
these ealculations the effect of an under1ying heat insulation on the drying of
a conerete slab can be estimated. The drying times required to reach an average
moisture content eorresponding to 90% RH have been estimated from these caleu
lations. The results for two temperature conditions as functions of the water
vapour permeability of the heat insulation are shown in Fig. 9.16.

The heat insulation of expanded po1ystyrene has such a small vapour permeabili
ty that the effect is almost neg1igible. However the mineral wool reduces the
drying time by about 30-40%. The effect of the expanded clay insulation is some
what smaller. These figures are on1y approximate and depe~d among other things
on the thickness of the heat insu1ation, temperature conditions and slab thick
ness.
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Fig. 9.16 The effect of an underlying heat insulation on the drying time requi

red to reach an average moisture content corresponding to 90% RH.

The drying times mentioned above are required to reach a certain average mois
ture content corresponding to a maximum allowed moisture load at asurface layer.
Before the redistribution is completed the slab will however continue to dry
downwards. The average moisture content, when the maximum moisture load at the
surface layer occurs, will consequently be somewhat lower than when the surface
layer was applied.

9.5 Summary

In the preceding sections the drying of concrete is dealt with in different

ways. A qualitative description is given of the conditions during different
stepsi"n the drying procedure. Some experiments are thencompared to calculations
with the computerized model. It is clearly shown that measurements of weight
changes during the drying of small specimens are not useful for estimating the
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drying of concrete structures by extrapolation. If effected by carbonation the

results will be completely misleading.

The computerized model and the determined material properties have been shown
to give a very good description of the drying of concrete taking hydration in

to consideration. There is however some uncertainty regarding the description
of drying concrete with a composition deviating from those dealt with in Chapter
5, and some experiments should be carried out for the composition in question
if great accuracy is requested.

With the calculation model the effect of some essential factors has been esti
mated. The usual quadratic role for the influence of size is shown to be in
accurate and the actual effect is calculated and shown to be dependent on the
curing time before the start of drying. The effect of the drying climate is al
so calculated and a diagram for rough estimations is given. Finally the effect

of a combined heat insulation is calculated and the effect of an insulating ma
terial with a rather high water vapour permeability, e.g. mineral wool, is
found to be considerable; a reduction in the required drying time can easily
reach 40%.
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10 MOlSTURE MEASUREMENT USING THE HYGROMETRIC METHOD

10.1 Introduction

In some of the experiments in the preceding chapters measurements of the rela
tive humidity in concrete have been carried out. In addition equipment and
methods for use in practice have been developed to replace the moisture content
measurements which are used at present, ef. Nilsson (1979). Usually it is not
the moisture content that is of interest but the state of the moisture. By mea
suring the moisture eontent and using the sorption isotherm for just the mate
rial in question, the relative humidity eould be estimated. A far more accurate
way is however to measure the RH direetly. The methods are presented below and
the precision and accuracy of RH-measurements are analysed.

10.2 Equipment and calibration

Originally RH-sensors manufactured by IIHygrodynamies ll were used in laboratory
and field measurements. These sensors react to ehanges in relative humidity by
means of a hygroscopic salt ehanging moisture eontent. The electric resistance
of .the salt is measured and by a calibration translated to relative humidity.

In Fig. 10.1 one of the gauges eontaining such a RH-sensor is shown as used

in the drying experiments presented in 9.3.1.

Moi5ture borrier &
/ aluminium foil

Sea' RH-gouge,r-'--

'to eleetronics
RH-sen&or:

uHyqrodynomicsII

Fig. 10.1 RH-gauge applied in a cast hole in a concrete specimen. The diameter

of the probe is 10 mm.
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Another RH-gauge has been developed primarily for use in practice. It has pro

ved to be veryaccurate and reliable and is also used regularly in laboratory

measurements. The gauge is shown in Fig. 10.2.

Turnoble nut

EXRQndoble
rubber ring

183.2 I~\

Sintered bronze
filter [max pore size 50 pm]
proteciing the RH-5ensor &
thermistor

Fig. 10.2 RH-gauge used in laboratory and field measurements. The diameter of
the probe is 18 mm.

The RH-sensor, made by lIVaisala ay" in Finland, consists of a capacitive trans
ducer made from a thin PVC-film whose electric capacitance changes with the re
lative humidity in the ambient air. The sensor and a thermistor for temperature
measurement are protected by a sintered bronze filter with a small pore size.
The RH-sensor and thermistor are connected via the electronics at the top of
the gauge to a voltmeter.

The RH-gauge has an expandable rubber ring close to the sensor. This is expan
ded to seal against, for instance, a test tube containing a sample by turning
a nut at the top of the probe. The air volume thereby enclosed is very small.

The readings have to be converted into RH by a calibration curve; one for each
gauge. Ori~inally saturated salt solutions were used to obtain the calibration
curves but later the calibrations are made in the precision moisture chamber
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described in 4.2.2. The effect of the temperature is determined in the same
way. The accuracy of the calibration is in the order of ~ 2-3% RH.

10.3 Principal method of measurement

The method of measuring RH of a sample is shown in principle in Fig. 10.3.
A RH-gauge is placed inta a sealed test tube together with the sample, and the
relative humidity can be read when equilibrium conditions have been established.

5eol

RH-gouge

Enc.losed air
\lolume in which
RH is meo5ured

Te5t tube

(10:1)

Fig. 10.3 Method of measuring the relative humidity of a sample.

To obtain equilibrium conditions a small amount of moisture leaves the sample
to humidify the enclosed air and the RH-sensor. This creates an error in the i

measured relative humidity depending mainly on the ratio of the volume of enclo
sed air to the volume of the sample and the moisture capacity of the RH-sensor.

The amount of water leaving a concrete sample with a volume Vand relative huc
midity ~c' when a RH of ~ is measured, can be expressed as

3w
(~c - ~) a:ex> Vc

where 3w /3~ is the moisture capacity of the concrete. The amount of water reeoo

quired to humidify the sensor and the air volume V , from RH = ~ ~indoor RH)a o
to RH = ~ (measured) ;5

(10:2)
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where Vs is the vapour content of air at saturation for the temperature in
question and Wg is the moisture capacity of the RH-sensor, which should be ta

ken into account or be so small that it is negligible.

At equilibrium expression (10:1) equals (10:2) and the created error can be cal
culated from this equality. The most simple way to do this is to deal with the
effect of the air and the sensor individually_

The effect of the air volume is obtained if Wg equals zero. The error, due to
moisture leaving the sample to humidify the enclosed air volume, is consequent
ly

with

<P - <P =c

1 3weoo
a =---

Vs 3<p

(10:3)

For a normal concrete 3w /3~ ~200 kg/m3 if 0.6 < ~ < 0.9. At +20 °c v =
-3 3 eoo 4 s

17-10 kg/m which means that a is greater than 10 _ With the volume of the
test tube as large as 100 times the volume of the sample, the error will be less
then 0.5% RH. With the RH-gauge shown above, the volume of the enclosed air is
not much greater than the volume of the sample, and the error due to the air ab
sorbing some moisture is quite negligible.

The effect of the moisture capacity of the RH-gauge is obtained in the same way.
The error becomes

(10:4)

The moisture capacity of the RH-gauge used has to be known in order to be able
to estimate the error. The maximum moisture capacities of the two RH-gauges ha~

ve been determined by measuring the weight change when conditioned for one day
in 97% RH (saturated K2S04-solution) after having been in equilibrium with the
laboratory air. The results were:
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Moisture capacity
Wg (0.97, 0.40) (g)

< 0.0005

".,,0.0040

"'0.0150

The moisture capacity of the sensor of a PVC-film is not measurable with avail
able balance. For the RH-gauge containing this sensor it is the moisture capaci
ty of the sintered bronze filter instead that is of significance. Its moisture
eapacity is approximately 4 mg at very high humidities but naturally decreases
considerably for measurements under 90% RH.

With the same assumptions as above and a concrete sample of 10 g, i .e. "'5.10-6m~

the error, due to the RH-gauge absorbing moisture from the sample, can be esti
mates as

< 0.0004·10-3
~~ = 0.004 = 0.4% RH-6200·5·10

This is elearly much greater than the error due to the enclosed air volume, but
is still so small that it is practically negligible. With the Hygrodynamics RH
sensor the error may however exceed 1% RH.

10.4 Precision - compared with moisture content measurements

A series of experiments has been carried out in order to determine the precision
of the method and compare it to measurements of moisture content.

Concrete cylinders with a diameter of 100 mm have been east in plastic bags to
prevent drying. To get a high degree of self dessication a low water-cement-ratio
has been chosen, wo/C "'0.3. Specimens A and C have a maximum size of stones of
12 mm and specimens B 25 mm. Fifteen specimens of each kind were caste

The specimens have been sealed and cured for four mönths in a 95% RH climate
room.
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From each specimen samples of different size have been taken to measure rela
tive humidity as described above and moisture content in per cent by weight

in three different ways. The moisture ratio has been determined on both small
and large samples by weighing before and after drying at 105 °c as well as by
using the calcium carbide method on crushed samples of 20 grams. The results
are given in the table below.

Method of Moisture ratio u (% by dry wt) RH
measurement Drying in 105 °c CaC 2

'( %)

Weight of 100- 30- 20 <10samples (g) 250 40

Specimens A - 6. 12 6. 13 5.0 87.4u
(max size of
stones 12 mm :2s ±0.48 ±0.60 ±0.8 :!:2.8

Specimens B - 6.21 7.01 5.5 90.3u
(max size of
stones 25 mm) ±2s :!:1.30 ±1.34 ±0.8 ±2.1

u = mean value, s = standard diviation, n = 15 samples

Withas large samples as 100 to 250 grams the accuracy is no better than ~0.5 
- 1.3 per cent by weight expressed as twice the standard deviation. The higher
value is for the higher maximum size of stones.

For normal concrete the slope of the sorption isotherma is in the order of 0.1
(% by wt/% RH) for 0.6 < RH < 0.9. Therefore an accuracy of ± 2-3% RH means that
the accuracy of the RH-measurements is about : 0.2-0.3% expressed in terms of
moisture ratio. The accuracy is clearly much better than for measurements of
moisture content.

Specimens C have been dried to different residual moisture content and then samp
les have been taken from the center of the cylinders and put into test tubes.
The relative humidity has been determined at different temperature levels with
out separating the test tube containing the sample from the RH-gauge. This has
given the relative humidity as a function of temperature at a constant moisture
content, i. e. temperature dependence of the sorpti on i sothenn • "The resul ts were

shown previously in Table XI and Fig. 4.8.
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If a sample is taken from a specimen or a concrete construction with one tem

perature and the measurement of its relative humidity is made at another tem

perature, the measured and actual RH differ. For the concrete used in the expe

riments, the influence is 0.3-0.4% RH per °C, i.e. 3 to 4% RH with a tempera
ture difference of 10 °C. The effect is obviously not in any way negligible

and has to be taken inta aecount when measuring RH.

10.5 Further applieations

Measurements of the relative humidity in eonerete can be performed in many ways.

In order to measure without the trouble-some sampling procedure, other methods

of measuring the relative humidityat different depths have been devised, see
Fig. 10.4.

Concrete surfoce

PVC tubes east inta
the eonerete, horison
tal and vertical

%
Drilled hole

~ Meosuring depth

Fig. 10.4 Further applieations in field and laboratory measurements using the

same RH-gauge.

A PVC tube east inta the eonerete with an opening at a certain depth gives the
opportunity to measure the relative humidity at this depth several times in a
non-destructive way. The method has been used for laboratory and field measure

ments with satisfactory results. The measurements should, however, be comple
mented with a measurement of the temperature in thec'oncrete close to the tube
opening. Even a small temperature difference between the concrete and the sen
sor gives an error. A calculation based on the assumption of constant vapour

pressure quantifies the effect.
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Drilling a hale to a certain depth is an easy way to make an isolated measure

ment in a concrete structure using the same RH-gauge as described above. Due
to the rubber seal near the end of the probe, the measured RH is an integrated

value for just a few centimeters at the bottom of the hole.

A measurement in a drilled hole is at present very time-consuming. The observed
value is at first too high and diminishes to an equilibrium after one or two
days in same cases. The effect has not yet been fully explained even though
attempts have been made, cf. Pihlajavaara (1974). One probable explanation is
a moisture transport from the concrete to the hole due to the heat evolved. This
moisture is absorbed in the concrete dust at the bottom of the hole. If the dust
is carefully removed the effect diminishes.

10.6 Summary

Determining the moisture content of concrete requires rather large samples in or
der to be accurate. The accuracy depends mainly on the size of the sample and the
size of the stones. A small sample of concrete with large stones is usually not
representative for the concrete composition and a measured moisture content may
be very erroneous.

There are several advantages in measuring the ralative humidity in concrete in
steadof the moisture content. The RH expresses the state of the moisture in a
far better way, and it is certainly the state and not the content, that is of
interest in most cases. In addition the relative humidity can be measured on
small samples, not necessarily representative for the concrete, with an accuracy
shown to be much better than when measuring the moisture content.
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TABLE l. Contraction measurements on mortars of standard portland cement, 51 1,
and sand 11, cf. Table III.

Time from Mortar I 1:0.6:1.8;318 g
mixing
(days) Contracti on .Rate 'ofcontr

(kg/kg cement) (kg/kg cement/s

Mortar II 1:0.8:2.4; 359 g

Contraction Rate 'of contr
(kg/kg cement) (kg/kg cement/s)

0.02

0.04

0.052

0.10

0.63

0.67

1 .7

2

4

6

8

15

22

30

41

104

111

o

0.0061

0.0234

0.0305

0.0386

0.0409

0.0484

0.0529

0.0542

0.0582

0.0600

0.0614

0.0626

0.0637

0.0639

2.3 · 10-6

3.5 · 10-7

2.2

1.3

8.9 · 10-8

4.3 ·

2.6 ·

7.5 · 10-9

6.6

3.0

2.0

1 .3

2.0 · 10-10

3.3

3.5 • 10-11

o
0.0034

0.0065

0.0251

0.0329

0.0417

0.0439

0.0511

0.0572

0.0592

0.0645

0.0668

0.0685

0.0702

0.0723

0.0724

1.9 · 10-6

6.0 · 10-7

3.8 ·

2.7

1.5

8.5 · 10-8

4.2

3.5

1.2

8.8 · 10-9

3.8

2.5

1.8

1. 7

8.7 o 10-11

244 0.0643

Weight loss 1050C-6000C: 0.203 (kg/kg C)
at heating; 10SoC-10000C. O 230 (k /k C)244 days .• g g

Regression rate=2.78·10-7.t-1•61 ,t>2
curve (r2=0.9S)

0.0734

0.263 (kg/kg C) Corrected for
( weight loss of

0.299 kg/kg C) cement + sand

rat€~2.45.10-7.t-1 .SO,t>0.7

(r2=0.99)
"'"-------:..._--------_._------------~-_._----------
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TABLE II. Weight losses at heating and some data for the cements used.
(ae=1-Ce/C20 )·

eemeni a105 a600 a800 a1000

Li 1 IILimhamn Std ll 0.010 0.019 0.019 0.022 Type I, low-
Li 2 0.003 0.012 - 0.014 alkali

LiLH IILimhamn LH II 0.004 0.010 - 0.012 Type II, slow,
low al ka l i

Sk SH IlSkövde SH II 0.004 0.010 - 0.014 Type I I I

Sl 2 lISlite Std ll 0.003 0.008 - O.011 Type I

TABLE III. Weight losses at heating and some data for the aggregates used.
(be=1-Ae/A20 ). cf. Fig 5.7.

Aggregate b105 b600 b1000 Fineness
modulus

11 0.0010 0.0047 0.0058 0.47 <0.5 mm IIFyle 411

21 - - - 0.85 <0.5 mm IIFyle 111

10 0.0008 0.0018 0.0023 1.14 <0.5 mm IIFyle 3~~1I

22 0.0019 0.0021 0.0021 2.50 0.5-1 mm IIFyle 2 NormII
23 0.0008 0.0019 0.0019 3.50 1-2 mm, IIFyle 3 Norm H

18 0.0020 0.0045 0.0058 4.41 2-4 mm, crushed IIHardebergall

i I 0.0014 0.0027 0.0032 2.87 3:2:2:3 of 10/22/23/18

TABLE IV. Weight losses at heating to different temperature levels;
Series A.

Time from Weight 1055 1) (kg/ka cement) 1)Corrected for weight loss of
mixing at heating from 105 C to original cement
(dåys) 6000e 8000e 10000C

1 0.067 0.085 0.082 Cement paste with Wg/C=O.5,
2 0.080 0.098 0.093 cement Li1, sealed ured at
4 0.115 0.130 0.143 +220C. Crushed samples.
7 O. 123 0.143 0.145 Mean values of two samples

14 0.128 0.140 0.139 or more.
28 O. 141 0.171 0.176
.* .

0.180 0.168 0.168 Ac2. to eq. (3: 10)a*
b2 -O. 158 -0.207 -0.224 (r =correlation coefficient)
r 0.95 0.93 0.84
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TABLE V. Weight losses at heating; series B: mortars with different cements and
wo/C=0.6. Cement/aggregate lin proportions 1:4.4 .
Cured in water, with an excessof Ca(OH)2' at 20°C after 1 day.

Time from Weight loss (kg/kg cement); means values of three samples
mixing
(days) Cement Li 2 Cement Li LH Cement Sk SH Cement Sl 2

600°C 10000C 600°C 10000 C 600°C 10000C 600°C '1000oC

2 0.092 0.100 0.055 0.066 0.085 0~098 0.064 0.071

3 - - - - O. 119 I 0.125 - -
4 0.105 O. 119 - - - - 0.079 0.091

7 O. 121 O. 130 0.075 0.082 0.140 0.146 0.099 0.105

14 O. 135 O. 150 0.090 0.096 0.147 O. 159 0.103 0.116--------- -------- ------- -------- ~--------- -------- -
38 0.145 0.177

I
O. 120 0.137- - - - I1-------- -----_-.-

42 - - 0.085 0.103 0.150 0.175 - -
56 O. 161 0.192 0.104 0.125 O. 161 0.186 0.126 0.157

71 0.169 0.212 0.102 O.139 0.166 0.198 0.129 0.173

a* O. 183 0.215 0.202 0.209 0.163 0.182 O. 199 0.216

b* -0.176 ~0.341 -0.073 -O . 124 -O. 153 -0.267 -0.117 -0.210

r 2 0.97
1
0.90 0.87 0.85 0.89 0.97 0.98 0.93

---------1
I

,1-------- sampl es treated after thi s boundary probably conta i n
carbonated calcium-hydroxide at the surface origi
nating from the storage water.
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TABLE VI. Weight losses at heating; series C: Mortars stored in water at +20 0 C
and crushed samples in different humidities after 2 days.
Cement 51 3, wo/C=0.6, cement/aggregate 10/21 in proportions
1:1.25:1.25.

Time from Weight loss at heating from 105°C to 10000C (kg/kg cement)
mixing Crushed and dried samples stored 5amples of pieces stored in water(days) at (% RH): (mix)

58 (1) 75 (2) 82 (3) 91 (4) Mix 1 Mix 2 Mix 3 t4ix 4 Average 5td
devi-
ation

2 0.152 - - - 0.128 0.128 O. 135 O. 142 0.133 0.007
4 O. 141 O. 137 O. 152 O. 160 0.156 0.149 0.155 0.147 O. 152 0.004
7 0.'147 O. 144 O. 151 0.167 0.151 O. 156 0.157 0.156 O. 155 0.003

14 O.160 O. 163 O. 158 0.180 0.164 0.163 0.174 0.169 O. 168 0.005
28 0.213 O. 189 O. 179 0.217 O. 172 0.182 O. 178 O. 183 O. 179 0.005

a* 0.128 0.139 O. 127 O. 129 O. 131 0.006

b* ~0.152 -0.203 rO •178 ~ .184 ~ .179 0.021
2 0.87 0.96 0.96 0.95 0.98r -



TABLE VII. Weight loss during curing and heating procedure series D. Mortar samples, mixed in the crucibles,
of cement 514 and aggregates 10/22/23 in proportions 1:1.65:1.1:1 .1; wo/C~.6.:Sealed cured
for one week.

5ampl e' Amounts after ~eight loss (kg/kg cement), corrected for weight loss of cement and aggregate
mixing (g)

Cement Water wo/C Curing.7 days 1050C 6000C 10500 C Total ~ml05~1050/~m105~00

1 2.320 1.405 0.605 0.005 - - 0.601 0.606 -
2 2.332 1.413 0.606 0.007 - - 0.599 0.606 -
3 2.486 1.51 O 0.607 O. 165* - - 0.441 0.606 - *leakage

4 2.729 1.642 0.602 0.00'7 - - 0.594 0.601 -
-

5 2.744 1.646 0.600 ' 0.004 0.448 0.136 0.012 0.600 1.09l
6 3.040 1.854 0.610 0.005 0.464 0.124 0.016 0.609 1. 13 ?average

7 3.042 1.839 0.605 0.005 0.453 0.132 0.015 0.605 1111=1.11
~-

. /

IWeight loss of cement + aggregate (kg/kg) 0.0009 0.0026 0.0011 0.0046

~

UJ
tv
I
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TABLE VIII. Progress of hydration of the different cements. Eva1uated by
eq (3:11) and (3:12) with f=1.1. Cement Li 1 with w /C=0.5
and sealed cured at +220 C; the others with w /C=0.60 and stored
in water at +20 0 C. o

Time from mixing Non-evaporab1e water (kg/kg cement)
(days) Li 1 Li 2 Li LH Sk SH Sl 2

eq (3: 12) (3:11) (3:12) (3:11) (3:12) (3:11) (3:12) (3:11) (3 : 12)

1 0.077 - - - - - - - -
2 0.090 O. 101 O. 101 0.061 0.063 0.094 0.095 0.070 0.071------ ------
3 - - - - - O. 131 O. 128 - -

4 O. 135 O.116 O. .117 - - - - 0.087 0.089

7 O. 139 O. 133 O. 132 0.083 0.082 O. 154 O. 151 0.109 0.107

14 O. 140 O.149 0.149 0.099 0.098 O. 162 O. 161 0.113 0.114

28 0.164 - - - - - - - -
38 - O.160 O. 167 - - - - O. 132 0.134

42 - - - (O .094)1) (O .098)1) (O •165)1) (O •169)1) - -
56 - O. 177 O. 184 O. 114 0.119 0.177 O. 181 0.139 O. 147

71 - 0.186 O. 197 O. 112 0.124 O.183 0.189 0.142 0.155

a* O. 171 O. 180 0.192 0.199 0.205 0.138 O. 151 0.195 0.203

b* -0.202 -0.221 -0.26p KJ.092 ~ .112 -O •167 -O .205 -O. 140 kl.167

r2 0.91 0.96 0.94 0.97 0.99 0.98 0.99 0.98 0.98

-------- eq (3:10) starts from 3 days for cement Sk SH

1) obvious1y erroneous, see text
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TABLE IX. Moisture fixation at low ages. Evaporable water and loss on ignition
as·a function of curing time and drying climate. Mortar samples
with cement 51 3 and aggregates 10/21 in proportions 1:1.25:1.25.
Stored in water at +20 C, then crushed and sieved to sizes less
than 0.5 mm and dried in an precision moisture chamber for one day.
Mean values of four samples; standard deviation usually ~ 0.005.

Drying climate Evaporable water (loss on ignition) (kg/kg cement) after curing
(% RH) time (days):

2 4 7 14 28

20 0.099(0.160) 0.100(0.181) 0.099(0.190) O. 111 (O. 199) Oe116(0.218)
40 0.126(0.169) 0.141(0.191) 0.144(0.205) 0.144(0.205) 0.152(0.226)
60 0.149(0.176) 0.161(0.199) 0.177(0.201 ) 0.167(0.227) 0.180(0.240)
80 O•183 (O. 187 ) 0.199(0.207) 0.203(0.221) 0.210(0.220) 0.206(0.302)
90 0.245(0.233) 0.268(0.211) 0.286(0.225) 0.265(0.236) 0.283(0.300)

0.209(0.162)* 0.277(0.249)
98 O.346 (O . 189) 0.357(0.280) 0.359(0.202) 0.376(0.217) 0.379(0.244)

0.422(0.153)*

*First two measurements with well functioning CO2-filter. Equilibrium obtained.

TABLE X. Equi1ibrium moisture contents at 40-65 %RH. From drying experiments
in c1imate rooms. Mortar specimens of 20 mm thickness drying from both
surfaces. Cement Sl 2 and aggregate I in proportions 1:4.4, wo/C=0.6.
Sealed cured and stored in water, respectively, at +20 0 C for 28 days
before drying '""1.5year. Mean va1ues of four specimens.

Series Storage at C1imate Evaporab1e Weight loss at heating (kg/kg
curing water cement)

(% RH) (kg/kg cement)
600 0 C 10000 C eq (3: 12)

101 :1 Sealed 0.074 O. 152 0.244 0.201
101': 2 Water 40* 0.081 0.157 0.229 0.197

016: 1 Sealed 40 0.070 0.133 0.265 O. 198

016:2 Water 0.087 0.140 0.249 O. 195

123: 1 Sealed 50 0.081 0.149 0.270 0.210

123:2 Water 0.095 0.143 0.249 O. 197

124: 1 Sealed 65 O. 111 O. 160 0.275 0.219

.124:2 Water 0.121 0.144 0.261 0.203

* CO2-free at the beginning of drying, see chapter 5.
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TABLE XI. Some results on relative humidity as a function of temperature at
constant moisture content. Concrete samples from specimens C in 10.4
with w /C ~0.3. The temperature dependence of the sensors has been
correc~ed for.

Temperature Relative humidity (%)
(oC)

Sample 1 Sample 2 Sample 3

19.3 76. 1 83.6 88.6
14.5 75.8 84.0 89.2
10.8 74.2 82.8 88.0
5.2 71 .4 80.8 85.3

11 .2 73.0 82.4 87.8
19. 1 75.3 85.2 91 . 1
25.3 77.8 87.8 93.9
19.3 76.4 86.0 92.8

(~:)w (%/oC) 0.31 0.33 0.41

TABLE XII. Flow measurements with the cup-method. Cement mortar specimens,
thickness 5 & 10 mm, diameter 170 mm, cured at +20 0 C in water for
28 days. Cement Sl 2, aggregate 10/22 in proportions 1/0.93.
Cups stored in a climate room with +20oC and RH 2=40 % for half
a year.

Specimens Measured Salt &RH 1 (%)
property

NaBr NaCl KCl KN03 None
58.5 75.5 85 93 100 %

Mix I. wo/C=0.6 do (mm) 4.8 5.4 4.8 4.9 5.2
3 2160 2140 2130 2130 2130Pwet (kg/m )

d=5 mm;C=420 kg/m3 F (g/m2.h) 0.54 1.07 1.71 2. 16 2.85
Mix II.wo/C=0.6 do (mm) 5.0 5. 1 4.8 5.4 5•1

3 2160 2170 2170 2130 2150pwet(kg/m )
d=5 mm;C=420 kg/m3 F (g/m2•h) 0.40 0.76 1.08 1.63 1.96

r~i x III. wo/C=O. 6 do (mm) 10.0 10.0 10.0 10.2 10.2
3 2160 2170 2140 2160 2160pwet(kg/m )

d=10 mm;C=420 kg/m 3 F (g/m2.h) 0.23 -1)
0~62 1•15*) 1.73

Mix IV.wo/C=0.4 do (mm) 5.2 5.0 5. 1 5.3 5.3

Pwet (kg/m3) 2260 2260 2280 2260 2270

d=5 mm;C=640 kg/m3 F (g/m2.h) O. 19 0.43 0.68 0.83 1.09

Mix V. wo/C=0.8 do (mm) 5.2 5.2 5.2 5.2 -
Pwet(kg/m

3
) 2110 2110 2090 2100 -

d=5 mm C=320 kg/m3 F (g/m2.h) 0.81 1.50 2.35 3.50

*) BaC1 2 91 % RH 1) Solution not saturated
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TABLE XIII. Corrected results of flow measurements in Table XII. Water vapour
permeability k graphically evaluated, ef. eq. (5:5).

Mix Corr. Cup Now jC quant.o
110" 1 2 3 4 5

I P1 7.0 10.0 12.6 . 14. 1 15.2 16.0 (mmHg)= (* 133. 3
6

Pa)
2 10- 2

F O 0.52 1. 15 1.64 2. 12 2.96 (g/m 'h)=(*~g/m -s)

0.6 k 8 10· 15 · 20· 30· 80· -4 - ( -13(10 g/mhmmHg= *2·10
kg/mPas)

<P1 40 57 72 80 87 91 (%)

II P1 7.0 1O. 1 12.8 14.4 15.5 16.5

F O 0.40 0.78 1.04 (1.76)Jc 2.00

0.6 k ·7 7· 8· ~'30 I

<P1 40 57 73 82 88 94

III P1 7.0 1O.1 - 14.6 15.3 16.6

F O 0.23 - (0.62)1 1. 17 1.77 d=10 mm

0.6 k 7 8· - ~o

<P1 40 58 - 83 87 95

IV P1 7.0 10.2 13.0 14.6 15.9 16.9

F O 0.20 0.43 0.69 0.88 1. 16

0.4 k 2 3· 6· 8· 10· 15 ·
I

40 58 74 83 90 97
)

<P1 J-

V P1 7.0 9.8 12.4 13.7 14.5 -
F O 0.81 1.50 2.35 3.50 - d=5.2 mm

- ---
0.8 k 15 15· 15· 70· ~OO· -

<P1 40 57 71 78 82 -
~

*) deviating values probably due to the differences in eompactness, ef. the
wet density in Table XII.
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Drying experiments s3ries 01. Different w je at constant aggregate
content of 1600 kg/m, aggregate l. Mean Galues of four specimens,
:1 & :2 cured 28 days (:3 & :4 3 days, :5 & :6 1 dayö :7 & :8 91 days,)
sealed and in water respectively. Drying climate +20 C 40 %RH.

Seri ec wo/C Air content Time (days) to reach required degree y of drying
of "pastell

(%)*) y=O .1 y=0.25 y=0.5

: 1 :2 : 1 :2 :1 :2

013 0.3 10.2 3.0 0.53 24 10 - 130

014 0.4 12.3 1.9 0.39 15 5.7 210 60

015 0.5 12.7 1. 1 0.28 9.0 3.8 82 37

016 0.6 12.9 0.70 O. 13 4.7 1.5 28 14

017 0.7 14.2 0.47 0.059 3 . 1 0.60 16 5.9

018 0.8 16.4 0.27 0.052 2.0 0.27 9.9 3.4

019 0.9 17.9 O. 14 0.053 1. 1 0.19 5.5 1.6

010 1. O 16 . 1 0.070 0.054 0.63 0.17 3.5 0.90

Curing 3 days :3 :4 :3 :4 :3 :4

014 0.4 12.6 1.5 O. 18 14 5.3 33 36

016 0.6 13.6 0.097 0.035 0.98 O. 16 13 3.5

018 0.8 14.4 0.046 0.038 O. 16 O. 11 2.0 0.64

010 1. O 15.4 0.048 0.044 O. 14 0.13 0.70 0.38

Curing 1 day :5 :6 :5 :6 :5 :6

016 0.6 12.4 0.040 0.046 O. 13 O. 14 0.90 0.95

Curing 91 days :7 :8 :7 :8 :7 :8

016 I 0.6 13.6 0.60 0.33 3.5 1. 7· 20 10
I

*) "Pastell = system cement + water + air.
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TABLE XV. Drying experiments series 03; different aggregate contents at
constant w /C=0.6. Aggregate I. Mean values of four specimens,
cured 28 d~ys sealed (:1) and in water (:2).

Series Aggregate Air content Time (days) to reach required degree y of
content of lipas tell drvinq

(kg/m3)
y=0.1 y=0.25 y=0.5 1

(%) : 1 .1") : 1 :2 : 1 :2.L

031 1400 8.3 0.78 0.080 5.9 1. 1 37 13
032 1500 10.4 0.82 0.098 5.4 1.2 30 12

*033 1600 13.3 0.83 O. 13 5.3 1.5 34 14
034 1700 13.4 0.81 O. 17 4.9 1.4 24 11

**035 1750 14.7 0.64 0..077 3.2 0.76 17 6.3

*033: same composition as 016 I **Maximum possible

TABLE XVI. Drying experiments series 04; different contents of filler
3«025 mm) at constant wo/C=0.6 and aggregate content 1600 kg/m.

Series Filler Air (%) Time (days) to reach required degree Aggregate

%<0.25 mm of paste y of drying

y=0.1 y=0.25 y=0.5

: 1 :2 :1 : 2 :1 :2

041 4 14.2 0.65 0.069 3.7 0.80 20 6.4 X

(042) 10 cf. series 052 I
043 13 13.8 0.64 O•11 4.5 1.2 26 12 IX
044 25 11 .4 0·~54 0.076 4.0 0.89 25 9.4 VIII
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TABLE XVII. Drying erperiments series 05; different modulus of fineness at
eonstant w /C=036 and aggregate eontent 1600 kg/m3
(050:~14000kg/m ) .

Series Modulus Air eontent Time (days) to reaeh required IAggregate
of of "pastell degree y of drying
fineness (%) y=O .1 y=O .25 y=0.5

: 1 :2 : 1 :2 :1 :2

050 1) 1.80 14.7 0.92 0.65 5.4 2.9 36 - 10/22 1:O.92-------- ---------- ---------_._- --_ .. _- --------------_._--- ---- -.... _-----_._---------
051 1.96 14.5 0.62 O. 13 4.0 1.2 21 9.8 II
052* 2.87 11 .7 0-.61 O. 13 4.5 1.3 26 12 I
053 3.90 8.7 0.52 0.-085 3.9 0.95 30 11 I I I I

*052 same somposition as 016 1) Same as at flow measurements; one year after
051-053

TABLE XVIII. Drying experiments series 06, different gradations of aggregate at
eonstant modulus of fineness =2.87 and eonstant wo/C=0.6 and
aggregate eontent 1600 kg/m3.

Series Aggregate Air contenti Time (days) to reach required Aggregate
0.5-2 mm of lipas tell degree y of drying

(%) (%) y=O .1 y=0.25 y=0.5

: 1 :2 : 1 :2 :1 :2

061 75 16.3 0.62 0.15 3.8 1.4 19 9.7 IV

062 65 14.7 0.67 0.13 4.3 1.2 22 9.9 V

(063) 45 ef. serie c 052 I

064 30 10.2 0.62 0.15 4.6 1.4 28 13 VI

065 10 12.6 0.47 O•11 3.5 0.93 21 9.8 VII
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TABLE XIX. Drying experiments series 07; different amounts of entr~ined air
at constant w /C=0.6 and aggregate content of 1600 kg/m.
Air entrainmeHt agent IIBarra 55L II .

Series Entrained Air content Time (days) to reach required degree y
ai r (vol -% of lIpastelI of drying
of total) (%)

y=0.1 y=0.25 y=0.5

: 1 :2 : 1 :2 :1 :2

071 O cf. 016, 033 &052
072 'V5 25.7 0.43 0.065 2.7 0.73 15 5.8
073 'V7 32.0 0.35 0.064 2.2 0.61 12.5 4. 1

TABLE XX. Drying experiments series 08; different proportions of lIstanes" (4-8 mm)
at constant wo/C=0.6 and aggregate content of 1700 kg/m3 including
aggregate I and 7. Specimen thickness 2L=40 mm.
Mean values of two specimens.

Series Aggregate Air content Time (days) to reach required degree y
4-8 mm of lIpastelI of drying

(%) (%) y=0.1** Y=0.25 y=0.5

:1 :2 :1 :2 : 1 :2

081* O 12 . 1 2.3 0.67 16 6.7 71 47

082 40 10.2 1.3 0.41 13 5. 1 66 42

083 50 6.0 1.9 0.47 13 5.6 69 47

084 60 5.4 1.3 0.24 12 3.4 62 29

*cf. 034 **)weighing error at 2 days, uncertain
results
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TABLE XXI. Drying experiments series 09; different maximum s~zes of stones
at constant w /C=O.6, aggregate content 1700 kg/m and proportions
of stones 50 ~ >4 mm. Aggregate I (50 %), 7 (4-8 mm) and 8-16 &
16-32 mm, stones in equal proportions.
One specimen with thickness 2L=80 mm.

Series Maximum sizes Air content Time (days) to reach required
of stones of "pastell degree y of drying

(%) y=O .1 y=0.25

: 1 :2 :1 :2

091 4 mm 11 .5 11 3.3 56 29 cf. 034 &081
092 8 7.8 8.9 2. 1 58 28 1
093 16 6.2 8.3 1.9 64 31 It(O.5»230

094 32 7.3 8.4 1.2 66 26 f
l

TABLE XXII. Drying experiments series 12 (d 10); different drying climates.
Cement mortars of II standard compositionII dried in climate rooms
at +20oC (121 & 101 in climate boxes).

Series RH Air content Time (days) to reach required degree y of drying
(%) of lipas tell

(%) y=O .1 Y=0.25 y=0.5

: ·1 :2 : 1 :2 :1 :2

121 10 11 .7 O. 19 O.17 2.0 0.85 9.5 6.7
(122) 40 cf. 016, 033 & 052
123 50 14.7 0.54 0.14 3.8 0.95 22 8.7
124 65 14.7 0.68 0.18 4.4 1. 1 27 9.7 I

101 40 13 •1 0.60 0.38 2.9 1 .4 11 7.0

less CO2

TABLE XXIII. Drying experiments series 13; different directions of drying.
Cement mortars of IIstandard composition", specimen thickness 8 cm,
drying from one or two sides, vertical or horisontal.

Series Direction of
drying I

l
~m) ~+rp~~~~ent ~i~f~~~1~~~of~a~hreqUired degree

(%) - - - ... y=O •1 - - y=O .25

.. : 1 . . :2· ." ~ • p ~ . ": 1. :2

131 Vertical,1-sided 8 14.7 61 28 - -
132 Vertical,2-sided :·4 14.7 24 5.6 - 49
133 Horizontal ,.1-sided 8 14.7 58 23 - -
134 Horizontal,2-sided 4 14.7 23 4.8 110 39
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TABLE XXIV. Measurements of RH-distribution.
Concrete specimens, thickness 160 mm, drying from two sides in
+20oC and 40 % RH.
Cement 512; aggregate 10/22/23/18/7 in proportions 3/2/2/3/10.
Cured under sealed conditions.

Specimen: Drying time Relative humidity (%) at depth (mm) from surface:

(days) 5 10 20 30 50 80

wo/C=O.6 O 97 - - 98 98 97
3 6 69 93 98 98 98 97C=325 kg/m

Cured 28
days 260 - - - 79 89 92

wo/C=O.6 O - - - 99 99 99

C=325 kg/m3 7 84 93 97 99 99 99

Cured
3 days 8 - 91 97 99 99 99

11 - 93 - - - -
19 - 81 94 97 97 96

260 - - - 77 85 89

wo/C=O.4 5 75 83 89 90 90 87

C=490 kg/m3 22 65 72 84 84 86 84

Cured
3 days 50 - - 82 81 85 82

90 - 58 76 78 83 -
95 48 - 72 77 84 81

260 - - - 70 81 85

wo/C=O.8

C=240 kg/m3 7 69 93 98 >98 >98 >98
Cured 260 - - - 60 70 73
3 days
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TABLE XXV. Measurements of moisture loads, as RH, on asurface layer.
Different concrete compositions and drying times. Most
specimens sealed cured 1 month and dried in +20oC and 40 % RH.

Concrete quality and treatment

(K 150 corresponds to a compr. strength
of 15 MPa)

K 150
K 250 cured in water 1 month

K 150
K 250

K 250, air entrained air
K 250, dry climate ~10 % RH
K 400

K 250, air entrained air
K 250

K 400, air entrained air
K 400, air entrained air

Drying time

(weeks)

4

4

8

4

2

4

4

4

8

2

4

Moisture load
RH (%)

96

95

94

93

92

91

89

88

88

85

82

C(kg/m3) air(%) slump (cm)Concrete compositions:

(Aggregate: maximum sizes of stones
12 mm, modulus of fineness
3.7)

w jCo

K 150 0.88

K 250 0.65
K 250,ai'r 0.52
K 400 0.52
K 400,air 0.45

270
350

390

420
490

3.3

3.5

8.5

3 •1

7.4

10.5

6.5

7.0
8.5

5.5
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APPENDIX I Deduction of eq. (3:12)

Assumptions: l) The amount of non-evaporable waterreleased by carbonation,

~wn=18~mC02/44, originates from the calcium-hydroxide, whose
water all is liberated at heating to 600,oC.

2) The originally non-evaporable water, wo, is liberated at hea
n

ting to 600°C respectively 1000 °c in proportions l:f, cf.

eq. (3:11), if no carbonation has occured.

3) All of the carbon-dioxide is liberated over 600°C.

W-ith these assumptions the remaining weights at the heating temperatures can
be expressed in the following way:

105°C: ° (l )nl105 = C + A + wn - ~wn + ~mC02

600°C: m600 = C + A + WO f-l +
~mC02 (2)n f

1000 °C: mlOOO = C + A (3)

where the weights are corrected for weight loss of cement and aggregate.

O f-lEq. (2) &(3) gives: ~mC02 = m600 - m1000 - wn -r-
° 26Eq. (l) &(3) gives: ml05 = mlOOO + wn + 44 ~mC02

and if this is combined with eq. (4) one obtains

° 26 26 26 ° f-l
fi l05 = fi lOOO + wn + ~600 - ~lOOO - 44 wn -r-

and
26 26

wO = m105 - m1000 - 44 m600 + 44 m1000
n l _ 26(f-l)

44 f

18 18
wO = m105 - m600 + 44 m600 - 44 m1000

n 44 f - 26 f + 26
44 f

This can be transformed to

(4)

(5)

(6)

(3:12)
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APPENDIX II Translation of moisture transport coefficientse

Assumptions: l) Isotherma1 conditions
2) The moisture flow in one dimension is described by

where ~ stands for various descriptions of the moisture condi
tion.

Trans1ation to a description in from

Vapour Vapour Moisture Moisture Relative
content pressure content ratio humidity

v p w u ep

kv = k = k :: k = k ::.p W U ep

RT l -p- * *kM* - --* Ps*aw aw p
-ap ap

{

RT. aw * aw * aw *k- 0* P e- *M ap ap s ap w

RT. aw * l aw * 1. * Ps aw
*k- _e_*

Mp ap p ap p p ap u

_l *
Ps

_1_ *
aw

Psap
-p- *aw
Psap

aw/ap is the moisture capacity, aweoo/ap, in (kg/m3 Pa)
p is the density in (kg/m3)
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APPENDIX III Deduction of eq. (5:5)

The equation (5:5) can be deducted by studying two plates; one plate with a

thickness d, with a vapour pressure of P2 + aPl on one side and a constant
pressure P2 on the other; one plate with the same vapour pressure as the

other plate, but a thickness of d + ad in such away that the vapour pressure

is Pl at a depth of d, cf. the figures below.

,... d od
..r- --I

d
....1

F

The flow through the thicker plate becomes

Through the thinner plate one obtains a flow of

(1) & (2) give

F + aF = F~ = F + F add

i .e.

aF = F ~

The flow through the thicker plate is also obtained from

( 1)

(2)

(3)

(4)
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(3) & (4) give

or

When aP1 (and ad) approaches O one obtains

d~ = k(p )
aP1 1

(5)

eq. (5: 5)
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APPENDIX IV Results from drying experiments

The complete results of the drying experiments described in 5.2.2 and Tables

XIV-XXIII are shown in diagrams on the following pages as weight losses as
function of time.

The figures are diminished but in principle they are as follows:

Each series contains

usually 4+4 specimens

:1 sealed cured

:2 water cured

(average original weight

of specimens (g); water
absorption (g) at curing:

(~8,; 9.i)

number of Sgl
specimens 1=!

!DIES 016

I

I

,

i -+ I ~......- --.--............ .....-....--........- ...... _ DryLnq tLme
.1 I •• 17: il • • • • • "UB (Log. scule)~5 _

'""'--_---...-y__-~J \.."----~v_-----

nours do.~s

3Z~.

(or 8)40 or~O) II

Appendix IV contains: series 013-016
017-010
014-010: 3&4

031-034
035,041-044

050-053
061-065

072-073
016:5&6-:7&8

081-084
091-094
101,121-124

131-134

page 151
152

153

154
155

156
157
158

158

159
160

161
162
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